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ABSTRACT

Thermal conductivity is a fundamental property for describing the
non-equilibrium phenomenon of thermal transport. In solid insulators,
whether disordered or crystalline, heat is primarily carried by lattice vi-
brations, emphasizing the need to accurately understand and compute
the lattice thermal conductivity. This computation remains a central chal-
lenge in condensed matter physics, and lattice dynamical approaches
have long been favored for this purpose. Despite being limited to (quasi-)
harmonic dynamics, these methods can address key challenges in Molec-
ular Dynamics, such as incorporating nuclear quantum effects and avoid-
ing the sampling problems.

Historically, separate lattice dynamical approaches were applied to
glasses and crystals, creating a division in the field. However, recent ad-
vances, such as the development of unified frameworks like the Quasi-
Harmonic Green-Kubo theory, have revolutionized the study of lattice
thermal conductivity. This theory, derived by solving the Green-Kubo
expression in the quasi-harmonic regime, provides a common theoreti-
cal framework for modeling heat transport across both ordered and dis-
ordered systems. Nevertheless, simplifying assumptions and computa-
tional scaling issues have limited its broad application.

This thesis addresses these challenges through two main advancements.
First, the theory is extended beyond the single-mode relaxation time ap-
proximation, enabling the accurate modeling of the low-temperature ther-
mal conductivity of crystals. Second, the computational limitations, par-
ticularly relevant for glasses, are mitigated by combining hydrodynamic
insights with efficient algorithms to achieve the bulk limit. This investiga-
tion of the bulk limit not only provides a quantitative correction but also
reveals new insights into the behavior of glasses, highlighting the critical
role of anharmonicity. While the inclusion of anharmonicity hardly brings
significant changes to the thermal conductivity of typical glass samples
containing only a few thousand atoms, the harmonic model typically ex-
hibits a singular behavior in the bulk limit, which is then regularized by
anharmonic effects.

The ability to compute lattice thermal conductivity in large disordered
systems is essential for designing materials with impactful applications.
The theoretical and numerical tools developed here have been applied
to spatially correlated silicon-germanium alloys, studied from first prin-
ciples. These results suggest that correlated disorder may significantly
enhance thermoelectric efficiency compared to standard SiGe alloys, high-
lighting the potential of these materials for thermoelectric applications.
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a fourfold enhancement in the thermoelectric figure of merit com-
pared to alloys with uncorrelated disorder.
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If | have seen further it is by standing on the shoulders of Giants.

— Isaac Newton (1675 —

INTRODUCTION

hermal transport is a non-equilibrium phenomenon, closely tied to

fundamental physical principles, such as the second law of thermo-
dynamics, and is essential in a wide range of technological applications.
Encompassing thermal insulation of habitations, thermal management of
electrochemical and electronic devices, and thermoelectric conversion for
powering space probes, the study of thermal transport is crucial across
various elds.

Thermal conductivity is the transport coef cient that relates, in the ab-
sence of convective processes, the system's response to a weak thermal
inhomogeneity. Under these hypotheses, thermal transport is described
by Fourier's law, which for an isotropic medium reads:

J=- rT,

where Jis the heat current, r T is the temperature gradient, and is the
thermal conductivity

In typical solid insulators and semiconductors, heat transport primar-
ily occurs via atomic vibrations near equilibrium positions. In these ma-
terials, the lattice thermal conductivityconstitutes a signi cant, if not the
dominant, contribution to the overall thermal conductivity.

Far from melting, atomic displacements from equilibrium are much
smaller than interatomic distances, making their dynamics well-suited
for lattice dynamical approaches. These involve numerically solving
the equations of motion derived from a Taylor expansion of the Born-
Oppenheimer potential, assuming the dominance of the second-order
harmonic term. Despite atomic vibrations being present in both disor-
dered and ordered systems, lattice dynamical approaches have distin-
guished between these two classes of systems for a long time. Until re-
cent years, the two primary, yet distinct, lattice dynamics methods, lattice
dynamics methods to compute thermal conductivity were the linearized
Peierls-Boltzmann Transport Equation (BTE) and the Allen-Feldman ( AF)
approach, respectively for crystals and disordered systems like glasses.
The former approach, commonly used also for charge transport, is a semi-
classical treatment that requires a quasi-particle framework for the heat
carriers. The periodicity of the crystal plays a fundamental role in its
applicability, as it allows one to associate a (crystal) momentum to the
eigenstates of the harmonic Hamiltonian, the phononsquasi-particles. On
the other hand, the latter method does not assume any periodicity for
the system. However, as a purely harmonic theory, it can yield a diverg-
ing thermal conductivity. This issue is particularly evident for crystals,
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where, in the absence of anharmonic scattering, phonons with non-zero
group velocity propagate ballistically. Even for glasses, a harmonic model
can prove inadequate. While it may produce nite results for nite sam-
ples, under general assumptions, a harmonic theory of heat transport in
glasses exhibits a singular behavior in the bulk limit.

In recent years, two uni ed approaches have been proposed: the Quasi-
Harmonic Green-Kubo ( QHGK ) method and the Wigner-Boltzmann Trans-
port Equation ( WBTE), the former being the solution of the Green-Kubo
formula in the quasi-harmonic regime, while the latter being the gener-
alization through Wigner transformations of the BTE. Despite their differ-
ent origin, these two quantitatively equivalent approaches bridge and ex-
tend the two previously separated methods, developing a uni ed frame-
work for both disordered and ordered solids. The QHGK method plays
a fundamental role in this thesis, as the main focus of the author dur-
ing the Ph.D. course has been the theoretical and numerical development
of such method, although most of the results could be straightforwardly
extended to WBTE.

The thesis is organized as follows. Ch. 1 provides a brief summary of
the theory of transport processes, focusing on the Green-Kubo theory of
linear response for calculating transport coef cients and the recently for-
mulated invariance principles of these coef cients. Then, Ch. 2 revisits the
derivation of the QHGK formula in both its original and extended forms.
The extended version, which describes the dynamics of lattice vibrations
beyond the typical single-mode relaxation time approximation, is essen-
tial for capturing the properties of crystals at low temperatures and fur-
ther clari es the interconnection between the Boltzmann and Green-Kubo
approaches, as exempli ed by studying the antiperovskite Li 3CIO.

Ch. 3 addresses the challenging problem of evaluating the bulk limit
of the thermal conductivity of glasses. This problem is approached by
leveraging hydrodynamic arguments along with ef cient algorithms. This
chapter includes a critical analysis of the differences in the bulk limits of
the AF and QHGK thermal conductivities, with particular emphasis on the
often underestimated divergence of the Allen-Feldman method. Many of
the tools developed in Ch. 3 are applied in Ch. 4, where, in the pursuit
of devising enhanced thermoelectric devices, the thermal conductivity of
spatially correlated silicon-germanium alloys is studied from rst princi-
ples. Finally, Ch. 5 presents the conclusions.



If someone points out to you that your pet theory of the universe is in
disagreement with Maxwell's equations—then so much the worse for Maxwell's
equations. If it is found to be contradicted by observation—well, these
experimentalists do bungle things sometimes. But if your theory is found to be
against the second law of thermodynamics | can give you no hope; there is
nothing for it but to collapse in deepest humiliation.

— Arthur  Eddington , The Nature of
the Physical World (1928 —

LINEAR-RESPONSE THEORY OF TRANSPORT
PROCESSES

ransport theory  describes the response of a macroscopic current to
T a thermodynamic force, representing one of the most fundamental
mechanisms of entropy production and a key manifestation of the ar-
row of time: “Heat ows from a higher to a lower temperature as time
ows from the past to the future”. This chapter introduces the theoretical
framework for understanding transport phenomena in macroscopic sys-
tems. The Green-Kubo linear-response theory is detailed, covering both
classical and quantum regimes, and its application to thermal transport is
explored. Invariance principles for transport coef cients, including gauge
invariance and their application to multi-component systems, are thor-
oughly analyzed.

1.1 extensive variables and local thermal equilibrium

Transport phenomena involve conserved extensive variables fAgand their
conjugate intensive variables, de ned through the microcanonical en-
tropy = g—ﬁ'. For instance, if the set of extensive variables consists of
A = E,V,Nj, representing energy, volume, and the number of molecules
of speciesi, respectively, then the corresponding intensive variables are
= %% % , where T is the temperature, p the pressure, and
the chemical potential of the i-th species. At thermodynamic equilibrium,
the intensive variables are spatially uniform. This can be demonstrated
by maximizing the entropy at equilibrium and using the additivity of
extensive variables. Consider an isolated system decomposed into two
arbitrary subsystems with volumes V; and V,. Maximizing the total en-
tropy with respect to A; under the constraint of A = A1 + A, yields:

@S_ @1, Vi) L @FA- A1, Vo)
@A @A @A
which implies that at equilibrium, 1 = 2 = . Since the choice of
subsystem division is arbitrary, it follows that must be homogeneous
throughout the system.
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On the other hand, if the intensive variables are not homogeneous
there is a ow of the extensive quantities to restore the equilibrium. Let
us consider a partition of the system of volume V into n subvolumes
fV1,:::,Vh g Then, the rate of entropy change is:

X
S(V,t) = f’?%i (1.2)
X
= i A
>0

where the last line is a reminder of the second principle of thermodynam-
ics. Let us take the continuous limit. Due to their additivity, it is natural
to de ne the density of the extensive quantities:
VA
A= draf(r).
Y

Moreover, in a framework of Local Thermal Equilibrium ( LTE) where each
position r indicates a subsystem that locally satis es an equation of state,
the local value of the intensive variable can be meaningfully de ned:  (r).
Then, Eqg. (1.1) in the continuous limit becomes:
z
S(V,t)= dr (r,t)a(r,t) (1.2

Furthermore, if the extensive quantity is locally conserved, it means its
conserved densityatis es a continuity equation:

a(r,t)+r j(r,t)=0 (1.3

where hi is the time derivative and | is the associated conserved current
Substituting Eq. (1.3) into Eq. (1.2), yields to
z
S(V,t)=- dr (r,t)r j(r,t)
Z
= drr (r,t)j(r,t)

where the integration by parts has been used. The above expression can
be further simpli ed in the linear response regime, where jr jis small

and weakly depends on space. Indeed, as explained in detail below, in

such conditions the following relation holds:

J= F,
: R .
where  de nes a transport coefcient, and J = % dr j(r) and F =
% dr r (r) are respectively the conserved ux(macroscopic average of
the conserved current) and the thermodynamic forcdt is worth noticing
that, if the process is irreversible and the production of entropy must be

positive, then >0 . Indeed, heat goes spontaneously from warm to cool.



1.2 hydrodynamic variables

1.2 hydrodynamic variables

To understand the linearity between conserved uxes and thermody-
namic forces, and their decoupling from other local degrees of freedom,
the continuity equation plays a fundamental role.

The continuity equation shows that the time derivative of an extensive
variable is a surface term, which becomes negligible for a large enough
volume. Indeed, applying a spatial Fourier transform ( FT), the continuity
equation yields

ak,t)=- ik ja(k,t), (1.4)

where the FT is de ned as f(k) = Rdr f(re k" andk 2-, are the
wavevector and wavelength, respectively. Eq. (1.4) shows that for suf -
ciently large wavelengths, &(k,t) approaches zero, assumingja(k,t) is
bounded. Therefore, hydrodynamic variableg ! Q) are adiabatically de-
coupled from the dynamics of the (zillions of) fast atomic degrees of
freedom.

Let us consider a system with M conserved densities. For instance, in
a one-component uid, the number of conserved quantities is 5: mass
(or particle number), energy, and the three components of momentum.
Without loss of generality, let us set to zero the equilibrium value of
the conserved densities, therefore &j(k,! ) already indicates the devia-
tion from equilibrium. Due to the mentioned decoupling, it can be as-
sumed that, to rst order, the time derivative of conserved densities in-
volves only deviations from the equilibrium of conserved densities. More-
over, in a macroscopically homogeneous material, different k components
are indepquent of each other. In the domain of a space and time FT
(f(k,! )= drf(r,t)e("t - k) this reads:

X .
- il ﬁi(k,! )= ij (k,! )ﬁj(k,! ),
i
where ~ij (k,! ) are suitable de ned coef cients. Combining this equa-
tion with the space-time FT of the continuity equation

-t & (k)= ik ik ),
one nds the constitutive equations
. X .
-ik Jik,1 )= i (K,1)a(k,! ).
]
Assuming that the conserved currents are chosen irrotational, the follow-
ing equation holds:

Ti(K ! _ kX kK. 1)a (k!
j
In isotropic media, ~ij are spherically symmetric functions of k, and

their k = (0,0,0) value is null because a non-vanishing value would im-
ply a non-physical long-range correlation between conserved densities,

5
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which would contradict LTE assumptions. Therefore, its long-wavelength

limit is lim 1 o k2 i » where k is the modulus of the wavevector.
Thus, the macroscopic, k = (0,0, Q), and stationery, ! = 0, components
of the conserved currents J = %R j(r) (the conserved uxes) are related
to the density gradients D; = % r q(r) through the equation:
X
Ji = ij Dj.

j
Finally, the gradients of the densities can be expressed as a linear com-
bination of local intensive variables through the macroscopic susceptibil-

ities j = & G*. Therefore:
X
J = Lij F, (1.5)
j
- 1 R ; ; : —
Where F = ¢ r j(r) is the j-th thermodynamic force, and Lj =

i are the Onsager's coefcients. Notably, Lj is a symmetric
matrix, as demonstrated by Onsager's celebrated reciprocity relations
Lj = Lj, which were proven under the hypothesis of microscopic re-
versibility [ 1-3].

1.3 green-kubo linear -response theory

The Onsager's coef cients L can be evaluated at equilibrium using the

Green-Kubo (GK) linear-response theory [4-6]. In his seminal papers [5,
6], Kubo derives the linear-response theory for systems subject to external
perturbations. In Ref. [ 5], the author focuses on mechanical perturbations
and the corresponding conductivities, such as electrical and magnetic
conductivities. In Ref.[ 6], he extends this framework to derive analogous
formulas for the thermo-(electrical) case, where not all thermodynamic

forces are mechanical. In the following section, the GK theory is reviewed
for both classical and quantum regimes, beginning with the former.

1.3.1 Classical regime

Let us consider a system with N particles whose natural motionis de-
scribed by the Hamiltonian:

X  p2
()= gy + URi9

|
where Pj, R; are, respectively, the momentum and position of the i-th
atom, M; its mass, U is a many-body potential and is a point in phase
space. For each observableB( ), the average with respect to the instanta-
neous distribution function  (t) is de ned as:
z
Bi )= d (,t)B(),
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while for simplicity the average with respect to the equilibrium distribu-
tion is indicated with the short-hand hi=hi
The time-dependence is due to the evolution of the , whose equation

of motion is:

d

=™ o (1.6)

=L (1.7)

where L is the Liouvillian operator de ned as iL = fH, gand f, gindicates
the Poisson brackets

X @A @B @B @A
@R @P @R @P

fA,Bg=
i

and indicates the Cartesian direction. At thermal equilibrium, the distri-
bution = ¢4 is stationary, i.e. fH, g= 0, and no steady ow can arise.

Therefore, let us consider an external perturbation in the Hamiltonian
which drives the system out of equilibrium:

HO=- AF(t)

where Ht) is an explicitly time-dependent force and A = A( ). Thus, the
equation of motion for  Yt) = (t)- eq, at rstorder in the perturbation,
becomes:

d?° 0 0
— = fH, “o- fH
pm ,» g HOHY, g
Assuming that the perturbation is switched one adiabatically in the in-
nite past, i.e. Yt ! -1) = 0, the above equation is formally solved
as:
4 |
0-. dt %'t (- IRU)A, eqg (1.8)
-1
Therefore:
hBi () = I’ZBI (t) - hBi
= do t, 0)B(0)
4
=- dy dt %™ (- OIRYFA, eqd 0)B( o)
z z'
=- do ) dtOF(t(ﬁfA, qu 0)B( t- t9)
. )
=- dg dtF(tOFA, oqd0)B(t - t9 (1.9)
-1

where B(t - t9 = e IL (t- t9B(0) indicates the formal solution of the equa-
tion of motion for B, i.e. B = fB,Hg under the effect of the unperturbed
Hamiltonian. As somewhat pedantically remarked in Eqg. ( 1.9), B depends
on time only through the dynamics of
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From Eq. (1.9) one obtains an expression for the response function
ag (1). Indeed, by de nition:

Z,
hBi (1) = B dt® ag (t- tYHLO

and by comparison with Eq. ( 1.9), one obtains that:
z
ag (1) =- d fA, &qd0)B(t) (1.10

Applying Eq. ( 1.9) for a perturbation Ht) = F (- t) continuously applied
from the innite past to t = 0 and then switched off, where is the
Heaviside function, one obtains:
Z
hBi (0%) =F dto AB (t(b
0

which coinﬁides with the ! I 0 limit of the so-called admittance
e (1)= o€ as(t).

While the previous expressions are formally correct for any thermody-
namical ensemble, their computation is simpli ed in the canonical one,
where ¢q has a handy expression:

e H ()
cq()= —5—
=g (HO)-F)

where Z is the partition function, F = - kgTlog(Z) is the free energy,
and kg is the Boltzmann's constant. Moreover, the computation of  ag is
simpli ed by the identity:

fA, qu:' qu

Thus,
Z

a (1) = d eqA(0)B(t). (1.11)

A simple application of the formulas above is the computation of electri-
cal conductivity  for a system of ions with charges Z;. Aﬁsuming as per-
turbation a (spatially) homogeneous electric eld,, H%= - i ZiEr (- 1),
and as observable the conserved currentJ = % i Ziri the resulting out
of equilibrium ux is:
X v Zy
h i gy = —— dth] (t)J (0)iE
(0%) KT o ()3 (0)
= E

More generally, Onsager's coef cients can be computed by considering
an external perturbation which is a linear combination of the conserved
densities:

HO= X dr v(r,t)a(r).



1.3 green-kubo linear -response theory

and v(r,t) = (t)v(r). Combining this expression with Eq. ( 1.11) and the
continuity equation ,Eq. ( 1.3), yields to:
1 X A dtozdrzdr%a-(ro 0)j; (r,t%iv(r9
VKT | o (2 AT
1 X Z, zZz Z
=- dt® dr drh@oj; (r%0)j; (r,tYiv(r)

hy i (0*) =

VKT . o
- 17 “ dtozdrzdroq' (r°0)j; (r,t9i@ov(r9
" VkeT | o j (2T

where the second and third lines are connected by an integration by parts.
Assuming spatial homogeneity and that @ v weakly depends on space,
one recovers Eq. (L.5) and therefore the expression [4-6] for Onsager's
coef cients:
v X 4
L == dt %y (0)3 (t9i. (1.12)
Bl , 0
It is worth noticing that here the volume V appears at the numerator and
not at the denominator, as in Ref. [5], because we are considering asJ the
macroscopic average of the current, not its integral.

1.3.2 Quantum regime

The quantum formulation of Green-Kubo ( GK) can be straightforwardly
obtained by the classical one with the following few rules of correspon-
dence. The classical observablesA( ) are now substituted by operators
A, indicated by a hat symbol ”, and their average is de ned through the
density operator " :

hAi = Tr("A)

The equations of motion become:

where the h is the Planck constant and the Poisson brackets have been
formally replaced by the commutation operation [A,B]= AB- BA (times
a factor %). Then, Eqg. (1.10) becomes:

we (0= TR AJB(). (113

9



10 linear -response theory of transport processes

As in the classical case, the response function computation is simpli ed
in the canonical ensemble. Indeed, using the following identity

Z
[A,exp- H]=exp- H d exp HI[HAlexp- H
° z
=-ihexp- H d exp HAexp- H
y4
=-ihexp- H d A(-ih)
0
where A(- ih )= exp H Aexp - H indicates the evolution in imagi-
nary time, Eq. (1.11) becomes:
Z
as ()= d bA(- ih )B(t)i. (1.14)
0

Thus, the quantum GK formula for Onsager'scoef cients is:

Z; Ly o1

L. =V dt° d h (- ih )3 (t9i (1.15)
0 0

1.4 thermal transport

The Gk formula of Eq. (1.15) is valid for any Onsager coef cient, despite
being proven, here, only for mechanical perturbations. For instance, for
thermal transport, the thermodynamic force depends on r (1=T(r)) which
is not trivially associated with a perturbation H° An alternative proof to
Ref. [6] for thermal transport can be obtained by considering the distri-
bution at local equilibrium at t = 0 that relaxes towards global thermal
equilibrium driven by H. Since the proof is similar to the mechanical case,
only the classical case is reported here, as the quantum version can be ef-
fortlessly obtained as in the previous case.
Let us consider a canonical-like distribution with a local temperature

(r) = 1=kgT(r) - r T(r) r=kgT?, where , T without the position
label are, with a slight abuse of notation, the average values. Thus:
Z
1 rT
loc ()= exp - H()+ drr(r, )

z loc I<BT2

where "(r, ) is the energy density (one of the many equivalent possible
de nitions, as explained below). At rst order in the temperature gradi-
ent:

A)= 10 ()= eql) 5 (1.16)

eq() 1+ % drrv(r, ) +o(r T2), 117)
B
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where " indicates the deviation from equilibrium. Applying Eqg. ( 1.8),
one obtains:

Z,
A, )= At=0 )+ dt® (%)
= qt=0 )+ dt%e"’ (0 ).
0

Since (t! 1)= 0,then:

Zl
=0 )=- di%"° (0, )
0 Zl
_ rT 0
r7T 1
=-V— 0
kgT2 0 dt” Je( to) eq( )

where Jg is the energy uxdened as| 7]
Z

E()=§ dre()
z (2.19
= 1 drr "(r, )
V ) )
where " = " since the equilibrium value is time-independent and the

third line of Eq. ( 1.18) is obtained by taking into account that J is odd
under time reversal and, as an observable, it evolves according to e 't .
Finally, by computing the average current at t = 0" one obtains:

. v X 1 4 %y .
Wgi (0+) = e TT dt % (0) e (t9i
= Legr T

Therefore, the classicalGk formula for the energy-energy Onsager's coef-
cient is
v 4
Lee = —  dthNI(0)J (19, (1.20)
Ks o
which, in the quantum regime, becomes:

Zy L=k T ~ R
Leg = VT dt© d (- ih )J (t9i. (1.22)
0 0
This expression is consistent with Eq. (1.15) qg{inus a prefactor T, which is
needed for dimensional reasons: Tr (1=T) drr"(r) has the dimension
of a mechanical perturbation H°.
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15 invariance principles of transport coefficients
15.1 Thermal transport in multi-component systems

For an isotropic material, the thermal conductivity is the linear trans-
port coef cient that relates - r T to the nonequilibrium steady-state heat
ux, in the absence of convectione., when the nonequilibrium particle

uxes are zero. This de nition presents two challenges. First, for a sys-

tem with K components, the heat ux is de ned as

X
Jo = k- hsJs,

s=1
where hg are the partial enthalpies [8], and Js are the particle uxes. For
a monoatomic system, due to momentum conservation, the heat and en-
ergy uxes coincide, and = LT%E However, in general, they differ. To cal-
culate the Onsager coef cients related to heat ux, the heat ux should
be used, but this requires the cumbersome computation of partial en-
thalpies [9-11]. Second, the zero net particle ux condition couples
with other Onsager coef cients beyond Lgg or Log -

Both challenges can be addressed as follows. Consider a multicompo-
nent system with K components. Since total momentum is conserved,
there are generally K- 1 independent mass uxes. Including the energy
ux, there are up to K independent conserved uxes. For an isotropic
system, in the case whereK = 2, the phenomenological equations are:

hlei (o+) = Leer (=M + Lem r (=T),

v i (o+) = Lme r (1=T)+ Lmm 1 (=T),
where Je is the energy ux, Ju is the mass ux of any of the two
species (; = - J due to the conservation of total momentum). The out-of-
equilibrium average is de ned in the Green-Kubo theoretical framework.
Imposing the condition of zero convection gives:

hei (0+) = (Lee - LEy =Lum )r (1=T)
_ 1
T (L D)geT?
=-rT

rT (122

where L™ ! is the inverse of the Onsager matrix, and Lyg = Lgm due to
Onsager's reciprocity relation. It can be shown via linear algebra that the
relationship between and L™ ! holds for any number of components [ 12].
Furthermore, the thermal conductivity coglputed from Eq. ( 1.22)is invari-
ant under the transformation Je ! Jg+ |K 1 ¢ J, where ¢ are arbitrary
coef cients. This property is known as the convective invariancef thermal
conductivity [ 12, 13]. One important consequence of convective invari-
ance is that the thermal conductivities computed from the heat ux and
energy ux are identical, thereby eliminating the need to compute partial
enthalpies.
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However, while the above discussion is general and fundamental in
computing the thermal conductivity of multi-component uids [ 7, 12],
there are systems where the number of relevant uxes is smaller than
the number of components. For instance, in a molecular uid like water,
the hydrogen and oxygen mass uxes strongly depend on each other due
to the molecular bond. Solids are generally characterized by the absence
of atomic diffusions of any species, therefore energy ux becomes the
only relevant conserved ux involving the atomic nuclei. Indeed, if there
is no atomic diffusion, the mass ux becomes the time derivative of a
bounded vector. Foernstance the mass ux o{Dthe rst component would
beq(t)/ &imi [(RYt)- RY0) = & | PL where the maximum
displacement per atom is bounded max (jR (t)- R (0)j) < 1 since there
is no diffusion. As it is proved in the next section, such not-diffusive uxes
can not give a signi cant contribution to the computation of transport
coefcients, Lj = 08(i,j) 6 (E E). As a consequence, the energy ux
is the only relevant ux for the computation of thermal conductivity of
solids.

15.2 Gauge invariance of transport coef cients

Green-Kubo formulas provide a formally simple relation between uxes
and the corresponding transport coef cients. However, challenges in
uniquely de ning conserved densities and associated uxes have limited
their use in computer simulations. For example, the inherent indetermi-
nacy of quantum mechanical energy density prevented the evaluation
of thermal conductivity using ab initio molecular dynamics for a long
time [ 14]. This dif culty has been recently overcome [ 13, 15, 16] with the
realization that conserved uxes and densities possess a certain degree
of arbitrariness, which does not affect the transport coef cients, as these
are gauge invariant

From a macroscopic point of view, two conserved densities a(r) and
aqr) shoulg{ be considered equivalent if they have the same macroscopic
average % dr a(r) in the bulk limit V! 1 . For instance, the two con-
served densities could differ for the divergence of a bounded vector eld
p(r). Therefore, applying the continuity equation, both the conserved den-
sity and current would transform under the following  gauge

aqr) = a(r)- r p(r)
i =M+ p

While the macroscopic average of the two conserved densities have a van-
ishing difference in the in nite volume limit ~ O(V~ 173), the macroscopic
ux changes by a total time derivative:
1 Z
ity = Jt)+ v dre(no)

= Jt) + P(t).
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The gauge can transform the macroscopic ux and its autocorrelation, as

it has been shown with Molecular Dynamics ( MD) simulations [ 15]. How-
ever, the transport coef cients are invariant [ 13]. For diagonal Onsager's
coef cients in the quantum case, the proof can be straightforwardly ob-

tained following Ref. [ 17]. By performing a spectral decomposition in the

basis of the (full) Hamiltonian eigenstates fjnigof Hjni = E jni, Eq. (1.15)
becomes:

. Z
X o En
L=V > d  ((En- En)=h)e (En- Em)imjgmij?
nm 0
X o En

=V ((En - Em)=h)jmjgmif?,

nm

Ry

where the time integral has been extended to !
reversal symmetry. Since

Ry

l .
5 ., due to time-

jPjmi %mj[ﬁ,ﬂ]jmi

Em- En,_ .a .
= ———MmMjP
|h jPimi
and P is bounded by hypothesis, the difference between the Onsager's co-
ef cient in the two gauges is proportional to terms like  (E, - En)' (En -
Emn) = 0, where | = 1,2. Therefore,

Z Z
L% L=V ' dt® d hi(- ih )P(tY)+ P(- ih )J(tY)+ P(- ih )P(tYi
0 0
= O,

(1.23)

which concludes our proof.



THEORY OF LATTICE THERMAL CONDUCTIVITY

eat transport  in solid insulators, both disordered and crystalline,
H is dominated by the dynamics of lattice vibrations. This chapter
delves into the derivation and application of the unied QHGK approach
to lattice thermal conductivity. This approach bridges methodologies for
crystals and glasses, highlighting their conceptual differences. Addition-
ally, | present the generalization of the QHGK approach beyond the Single-
Mode (sm) and Relaxation Time Approximation ( RTA) for the lattice vibra-
tions correlation functions [ 18]. The connection and differences between
the formulations of QHGK and the BTE approach are showcased using the
Li3CIO anti-perovskite as a case study.

2.1 lattice dynamical approaches for thermal conductiv -
ity

In solid insulators, in the absence of other signi cant transport mecha-
nisms such as atomic diffusion and electron transport, heat is primar-
ily carried by atomic vibrations around their equilibrium positions. Far
from melting, the atomic displacements from equilibrium positions are
much smaller than the interatomic distances, and their dynamics are
well described within a Quasi-Harmonic ( QH) framework. This frame-
work involves a Taylor expansion of the Born-Oppenheimer ( BO) poten-
tial around the equilibrium positions, where the harmonic term domi-
nates, and higher-order terms are treated perturbatively. Compared to mMD
methods, whether in equilibrium or non-equilibrium forms [ 7, 19, lattice
dynamics approaches cannot fully account for the anharmonic potential.
However, while MD methods are inherently classical and affected by sam-
pling problems [ 20], lattice dynamics models can be solved numerically
and can effortlessly account for the quantum nature of nuclei vibrations.
Such quantum corrections are fundamental below the Debye temperature
when guantities like the speci ¢ heat signi cantly differ from their classi-
cal counterpart predicted by the equipartition law.

Until recent years, the two main, and separated, lattice dynamics meth-
ods to compute thermal conductivity were: the BTE [21, 22] and the AF
method [ 23, 24], for crystals and disordered systems like glasses, respec-
tively. The BTE approach, commonly used also for charge transport, is a
semiclassical treatment that requires a quasi-particle framework for the
carriers of heat or charge. The periodicity of the crystal plays a funda-
mental role in its applicability, as it allows one to associate a (crystal)
momentum to the eigenstates of the harmonic Hamiltonian, the phonon
quasi-particles. On the other hand, the AF method does not assume any
periodicity in the system. However, as a purely harmonic theory, its ap-

15
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plication to a typical crystal would result in a diverging thermal conduc-
tivity, and even for glasses, it can exhibit singular behavior in the bulk
limit [ 25].

Recently, the two approaches have been uni ed by two, quantitatively
equivalent [17, 18], methods: the QHGK approach [26] and the WBTE [27,
28]. The former is a implementation of GK formula under the hypothesis
of a quasi-harmonic system, while the latter is a generalization of the BTE
using Wigner transformations [ 28, 29]. By accounting for anharmonicity
perturbatively and going beyond the quasi-particle framework, these two
approaches bridge and extend the AF and BTE methods.

In principle, the evaluation of thermal conductivity through  GK formu-
las can involve other uxes apart from the energy one. Yet, in solid insu-
lators only the latter is relevant, due to the absence of atomic diffusion
and charge transport. Therefore, thermal conductivity can be computed
by GK theory as L., =T?, as discussed in Secl.5.1. By using Egs. (1.20)-
(1.21), one obtains, respectively the classical and quantum formula for
heat conductivity:

z

v 1 .
= T . dt% (0)J (tYi. (2.1)
and
Vzl Z1=k 6T ~ ~
= — dt® d h(- ih )J (t9i. (2.2)
T o 0

where J is the energy ux in its classical and quantum version, the
latter indicated with the hat symbol ™ .

2.2 harmonic energy flux

The energy ux in the GK formula is associated with the energy density
of the full, anharmonic, Hamiltonian. However, in the quasi-harmonic
regime, the leading contribution to thermal conductivity can be obtained
by considering only the harmonic part of the ux, while accounting for
anharmonicity in its time-evolution[ 18, 26].

2.2.1 Classical regime

Let us obtain an expression for the harmonic energy ux, starting from
the classical case. Following the derivation of Refs. [26, 3()], let us consider
the harmonic Hamiltonian:

X Miu)?, 1 X

. 2 2 i
i ij
_X (pi)2+}X

‘i 2M 2”_ I

H =

(2.3)
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where u; = Rj - R; is the displacement of the i-th particle from its equi-
librium position, M; its mass, and

U
' @R@R

are the second derivatives of the BO potential U computed at mechanical
equilibrium, i.e. R = R . Then, the local energy density can be de ned as

X
"(r) = (r- Ri)"i,

where "; are the local atomic energies

_ X My )2 1 X
ij
L . : . R
Such de nition immediately satis es the conditon H () = dr "(r, ).
Taking into account that u; and p; = M;u; are phase-space elements
that evolve under the effect of H , the energy ux can be obtained by
Eqg. (1.19):
z
1 X d
J= drr " (I’- Ri)"'"i

R.
dtl rg (r- Ry)

Ri"i + "ju;

v RitiH C(Ijt(ui"i) (2.4)
|
where the differentiation properties of the delta distribution have been
used, assuming that the surface integrals are negligible. In the last line,
it appears a total time derivative of a bounded vector, in the absence of
atomic diffusion. Thanks to the gauge invariance explained in Sec. 1.5.2,
such a term can be neglected in the computation of the transport coef -
cient. Thus, the expression for the harmonic energy ux reads [ 23, 24]:
1 X .
J = v | R "
1 X

vl i (Ri- Ry) ujuyy,
|

|

where the minimum-image convection is intended for the computation of
the interatomic distances, therefore obtaining a well-de ned expression
in Periodic Boundary Conditions ( PBCs9).

For a harmonic system, it is convenient to move to the basis of the
normal coordinates and momenta . Indeed, it allows, among other
simpli cations, to ef ciently compute thermal averages using Wick (see
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for instance Ref. [31]) or Isserlis's theorems, respectively for the quantum
and classical case. The normal variables are de ned as:
X p__
= e Miju, (2.5)
X . p_—
= e Miju; (2.6)

where e is the -th eigenvector of the dynamical matrix Dy =

p_1
MiM 1]
X .
D; ¢ = 2¢
i
and ! is the (positive) angular frequency associated with the normal

mode amplitude

r_
1

! .
> +|P? , 2.7)

a =
whose equation of motion is:

a =fa ,Hg
=-il a

In this basis, the harmonic Hamiltonian and the energy ux become, re-
spectively,

X 1
H = ! (aa +aa)
2
and
J =Rt
i X Lo+ © )
=- V o ————— a ao-a oa
AV 2 (2.8)
i X L= 1 o
+7 -
>V V o 5 (a a o- aoda)

where v is a generalized velocity matrix

1 X "n(Ri'Rj)
2" T 10 T MM

(e ) €, (2.9)

which is anti-Hermitian and it becomes anti-symmetric if the eigenvec-

tors are chosen real.Jr and Ja are, respectively, the so-calledresonantand
anti-resonantcomponents of the energy ux. As shown in Refs. [ 17, 2],
the anti-resonant one in the quasi-harmonic approximation gives a negli-
gible contribution to the thermal conductivity. In a nutshell, the resonant
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and anti-resonant terms in QHGK would lead, respectively, to terms pro-
portional to (! -1 oand (! +!9), in the limit of vanishing
linewidths. Since the angular frequencies are de ned as positive, even
taking into account a small anharmonic smearing, the second condition
is far more restrictive than the rst one.

A more straightforward justi cation for neglecting the anti-resonant
term in the quasi-harmonic approximation, without actually computing
its contribution, can be obtained by observing that

H H 0
‘JA = — — \Y 0m(a a ot a oa ),
H=H 0

i.e. the antiresonant term is the total time derivative of a bounded vec-
tor, therefore the gauge invariance prevents it from affecting the thermal
conductivity. However, it must be stressed that such a term is a total
time derivative only if the Hamiltonian is purely harmonic, contrary to
the total time derivative of Eq. ( 2.4). Therefore, while its contribution
could be signi cant in strongly anharmonic solids, in the limit of small
anharmonicity the energy ux can be approximated with its resonant
part J ! Jg.

2.2.2 Quantum regime

Finally, the quantum energy ux operator can be obtained analogously,
as shown by Refs. [L7, 30]. The quantum version of the harmonic Hamil-
tonian and of the energy ux, already restricted to the resonant term,
read:

-~ X o y 1
H = ! a¥a + -
ava + 3
ih X R T
=- 5y 0v o ——5— (8¥a o- 8’4 ), (2.10)

where the normal mode amplitudes have been substituted by a ! P ha,
a,aY being, respectively, the corresponding bosonic annihilation and

creation operators. The following equations summarize the main corre-
sponding rules between the classic and quantum regimes:

(classig
a =fa ,Hg

/\

H
kBT on

8
g( uantum)
.§|’H a I = §

QJ>
||

’

wheren =n(! )=(e" 7KeT. 1) 1isthe Bose-Einstein distribution.

19
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2.2.3 Energy uxin the crystalline basis

Up to this point, no assumption of periodicity has been made. However,
when discussing crystals it is convenient to operate with the Bloch basis.
In such basis, each normal mode is labeled with = (q,s), where
and s are, respectively, the wavevector in the Brillouin Zone ( Bz) and
the band index. Due to the periodicity, both the dynamical matrix and
the generalized velocity matrix have a block structure, with the standard
phonon group velocity on the diagonal:

VaqSss® =~ | gqq®Vgss®
Vgss = Vgs = I ¢! gs»

where the - i factor has been used to recover the group velocity and there-
fore simplify the comparison with the BTE [21] and WBTE [17, 27, 28] ap-
proaches.vgsso is not anti-Hermitian as vqqasso, due to the imaginary mul-
tiplicative factor, but it has the following properties [ 17]: vgsso = (Vgst) -
Moreover, for a lattice with inversion symmetry V. gss0 = - Vgsss.

Recently, Ref. 28] raised questions about which convention for the
Bloch basis should be used in thermal transport evaluations. The eigen-
vectors corresponding to different conventions are related by a unitary
transformation,

Uppo(q) = ppoe'd" (),

where b denotes the index of the atom in the unit basis, and ' (b) is a
phase vector that de nes the convention. For example, two commonly
used conventions are the "step-like" convention, where ' (b) = 0, and the
"smooth" convention, where ' (b) = ry, with r, representing the position
of the b-th atom in the unit basis. Surprisingly, Ref. [ 28] observed that the
WBTE generalized velocity matrix and, more importantly, their thermal
conductivity depend on the convention. In particular, the s6 s°elements
of WBTE generalized velocity matrix are affected, since the diagonal ele-
ments (the group velocities) depend only on the eigenvalues. Despite the
similarity between the two theories, it is worth highlighting that the gen-
eralized velocity matrix in QHGK does not depend on this transformation.
For details on this invariance see Appendix A. 1.

2.3 the quasi -harmonic green -kubo approach

Following Eqg. 2.2, the thermal conductivity is computed by evaluating
the autocorrelation of the energy ux operator. To unclutter the notation
the Cartesian indices are omitted in the isst of the discussion. Unless
otherwise speci ed, we indicate as = % , the isotropic average
of Eg. 2.2. Since the operator is quadratic in the creation/annihilation
operator, its autocorrelation requires the computation of 4- point corre-
lation functions, i.e. two-body Green's functions in many-body parlance.
To compute this quantity, the QHGK theory relies on two, related, approx-
imations: the sm and the RTA.
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The former sMm approximation amounts to factorizing four-point corre-
lation functions into linear combinations of products of two-point ones,
such as,e.g,

Y (t)a ,()a¥,a ,i h & 4 ,ihd & i ,, , .+

Y (a ,(0)iha ()&, , , , . (1)

where hi indicates the equilibrium average with respect to the full
(weakly) anharmonic Hamiltonian.

In the parlance of Many-Body Perturbation Theory ( MBPT), this factor-
ization, which would be correct in the harmonic case, is described as the
neglect of vertex corrections to the correlation function and referred to
as the dressed-bubble approximatiph7]. Physically, vertex corrections de-
scribe the decay channels of different normal modes, and their neglect
amounts to expressing the propagation and decay of each of them inde-
pendently from all the others, as if determined by the interaction with a
common, mean- eld-like, heat bath.

The latter approximation, RTA, consists of assuming a weakly damped
exponential dependence on time as ansatz for the single-mode greaterand
lesserGreen's functions,

g (t)=- ik (1)ai
Si(n + e ittt
gs(t)= ihaYa (b)i
in " - U (2.12)

where, in the quasi-harmonic limit, =! 1. Equivalently, it can be
said that the g7 spectral function (the imaginary part of its Laplace-
Fourier transform) is Lorentzian. In a MBPT framework, this roughly
corresponds to neglecting the frequency dependence of the phonon self-
energies. Physically, this second approximation assumes that the common
heat bath is essentially a white noise so that its interaction with the nor-
mal modes is Markovian, i.e.unaffected by any memory effects.

For each normal mode, the RTA's ansatzintroduces a characteristic life-
time, whose inverse is twice the anharmonic linewidth -1 =2 . lts
computation depends on the different kinds of scattering sources consid-
ered and it is generally computed with Fermi's Golden Rule ( FGR).

Let us apply the rst approximation. Since the equilibrium average
of the ux is null, only the second term of Eq. ( 2.11) contributes. Thus,
Eq. (2.2) becomes:

1 X h?( o+l 92,
T avT 4 W
0

Z; Zl:kBT
dt© dg” (- t% ih )g<o(t°+ ih ).
0 0
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Then, by using the time inversion symmetry of the correlation function
and the convolution properties of the Fourier Transform, one obtains the
following expression [ 17, 32):

1 X h%( o+ 02
T3V 4

0

v (1 o+l o), (2.13)

where
Y4

d' § (1 )§ (! ). (2.14)

0

T 8k g2
Finally, plugging the RTA's ansatz into Eq. (2.14) yields to:

1 X n(no+tl)+non +1)( +! 0?2 ;

A 2k T2 A
(2.19
where
- e 2.16
T T 9Z+( + 92 (219
is the generalized lifetime matrix, whose diagonal = O contains the

lifetimes of the normal modes.

Due to the Lorentzian de nition of the generalized lifetime, only quasi-
degenerate pair of normal modes, i.e.j] - ! o . + o, Can con-
tribute to the thermal conductivity. This allows for further simpli cation,
de ning the generalized modal speci c heat as in Ref. [ 26]:

_h2! ' o9n -no

T h(l o-1 )
n(otl+non +( +!1 o?
2kgT?2 4 '

which reduces to the modal contribution to the isochoric speci ¢ heat
C =nh! % when ! =1 o Finally, one obtains the QHGK formula
for lattice thermal conductivity:

1 X

= 3V OC ojV 0j2 0. (217)

QHGK

The QHGK formula simpli es in the case of crystals due to the afore-
mentioned block properties of v . In the Bloch basis, it reads:
2 3
X
CquVqu2 gs t CqsstVqssC’j2 qss°5’ (2.19)
as gs6 sO

1 X
QHGK _ 1 4
3V

where Cqs = Cyss is the mode speci ¢ heat. For a crystal, it is common
to separate the thermal conductivity into the two contributions expressed

above. While in the rst sum, each phonon appears to contribute indepen-
dently, the second sum accounts for the contribution of a pair of phonons
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with the same wavevector but different band indd@ke two contributions
are respectively dubbed intrabandand interband[18, 2€]. It is worth men-
tioning, that in the WBTE framework, borrowing the terminology from
guantum optics, they are called respectively populationand coherenceon-
tributions [ 27, 29].

Since E@gs.R.17)-(2.18) involve either a sum over the modes or a sum
over quasi-degenerate pairs of modes, it is useful to resolve the modes’
contributions by frequency. Let us de ne for future discussions the
frequency-resolved differential thermal conductivity [ 26]:

d 1 X )

W: ﬂ OC OjV Oj 0 (I - ) (219)

where (! ) is a suitable smearing function, e.g. a Gaussian.

24 Dbridging between glasses and crystals

The QHGK formula expressed by Eq. (2.17) bridges and generalize two
time-honored theories which have been used, respectively, for glasses
and crystals: the Allen-Feldman theory [ 23, 24] and the linearized Peierls-
Boltzmann Transport Equation in the Relaxation Time Approximation
(BTE-RTA).

24.1 Allen-Feldman approach

The Allen-Feldman approach is the purely harmonic solution of the
Green-Kubo equation. As such, it can be obtained as the QHGK limit for
vanishing anharmonic linewidths:

AF _ 1 X

= = CD 2.20
» , (220

where D is the mode diffusivity:

D

v > (! -1 o
0
Il!m0 0Jv o 0 -1 92+ 2

where is a positive smearing.

2.4.2 Peierls-Boltzmann transport equation

The Peierls-Boltzmann theory is only applied to crystals since it heavily
relies on the concept of quasi-particles, the phonons, and their crystal
momentum . In the BTE framework [ 21, 33], the goal is to nd the out-
of-equilibrium quasi-particle distribution at the linear orderin  r T

A

Ngs*+r T

gs gs
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and consequently, compute the out-of-equilibrium heat ux de ned as in
a gas of (quasi-)particles:
1 X N
e = hl' gsVgs(figs - Ngs)

X
=- r T.

The Boltzmann Transport Equation allows one to compute the nonequi-
librium statistics of the population numbers. At linear order in the per-
turbation, it reads [ 21]:

@n @ns .
Vst T @-Is- = @tSJs;?tt.
== T Sysas0 goso

q%?0

where Sysqus0 is the so-called scattering matrix. Combining the previ-
ous equations, one obtains the Full solution of the linearized Peierls-
Boltzmann Transport Equation ( Full-BTE) [33, 34]:

1 X
Ful -BTE = =~ 7
eV qsVgs gs

as

- 1 X 1

= w OSOCquqSVqOSOSquOSo (221)
gsq

where gs is the mean free patbf the associated phonon. If the scattering
matrix is assumed to be diagonal Sysqaso = gqo ss02 gs, ONe obtains the
BTE-RTA:
BTE- RTA — 37V CquVquz gss (222)
gs

and the mean free path is given by ¢s = Vgs gs-

By direct comparison, it can be observed BTE RTA coincides with the
so-called intraband term in Eq. ( 2.18). Intuitively, the intraband term gives
the contribution of (quasi-)particles that propagate ballistically between
two consecutive scattering events.

Despite their outstanding success, these two approaches are limited to
glasses and crystals, respectively. Indeed, theAF theory, being purely har-
monic, would diverge when applied to a crystal with a suf ciently dense
mesh of wavevectors, also known as g-mesh. The anharmonicity is fun-
damental to scatter the quasi-particles which otherwise would be able to
propagate ballistically inde nitely. On the other hand, the interband term
missing from BTE RTA is fundamental when disorder breaks down the
quasi-particle picture. In particular, when BTE-RTA is applied on glasses,
which is commonly done by simulating a disordered supercell with  PBCs
but including only the point [ 35] (g = (0,0,0)), the group velocity is
null and consequently also  BTE RTA =
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The QHGK formula uni es both theories and it is valid for both glasses
and crystals. Moreover, the success and the limits of the two theories in
their respective elds can be understood in terms of the relative impor-
tance between the intraband and interband terms. For a simple crystal
with few phononic bands, whose separation is on average much greater
than the linewidths, the intraband term is dominant. On the other hand,
for crystals with a more complexoand structure, which is generally associ-
ated with a large unit cell, the two contributions can be comparable. For
instance, this condition has been observed for many perovskites [28, 36].
Finally, in glasses, which can be thought of in principle as a crystal with
a diverging number of atoms in the unit cell, only the interband term
contributes.

The qualitative and quantitative differences between the AF, BTE, and
QHGK approaches are illustrated in Fig. 2.1, through the computation of
lattice thermal conductivity for two phases of silicon: amorphous ( aSi)
and diamond-like ( cSi). The atomic con gurations and Interatomic Force
Constants (FC) for aSi and cSi are generated following Ref. [26] and
Ref. [37], respectively. Speci cally, the amorphous sample is prepared
using a melt-quench procedure with an empirical Tersoff potential [ 3§],
while cSi is studied from rst principles using Density Functional The-
ory (DFT). Additional computational details are provided in App. C.

The anharmonic linewidths , used both in the QHGK and BTE formu-
las, are computed including anharmonicity H = H- H up to the third
order

R h3:2 X
H= —— K o0& +8 )@ ,+8a o(80+ a o
6 0 00
h3=2 X R
= & o 00 (2.23)
6 6 0@ @ 0@ o
and using FGR [39]:
X 1
= h jK oo Z(N oot n o+ 1) (! -! o-1! o
0 00 2

+(Nn o-no) (! +! o-1 o, (229

_ 1 @U . . . .
where K 0 00 = pm@ @ @ o contains the third derivatives

of the potential computed at mechanical equilibrium along the normal
mode coordinates

Fig. 2.1 presents, in the top panel, a comparison between the QHGK
and AF approaches for aSi. Both the QHGK and AF results exhibit an in-
creasing trend in lattice thermal conductivity with temperature, which
saturates above room temperature. Such a trend is experimentally found
for most glasses [40-42], and it is re ected in the mathematical structure
of AF theory. Indeed, in Eqg. (2.20) only the speci ¢ heat depends on the
temperature, and in the classical limit, kgT ~ h! , it becomes constant
limt 1 C ! kg. The AF lattice thermal conductivity depends on the ar-
ti cial smearing parameter . Due to numerical reasons, if the smearing
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is much smaller than the spacing between frequencies, no pair of modes
satis es the condition of the delta function in Eq. ( 2.20). However, this
parameter introduces an unwanted arti cial bias in the computation. As
better discussed in the next chapters, the magnitude of this bias increases
for larger glasses, due to the singular behavior of the AF approach in the
bulk limit [ 37].

On the other hand, the lower panel shows the thermal conductivity
of ¢Si computed using both the QHGK and BTE-RTA approaches. For the
crystalline case, appears as a decreasing function of temperature, and
above 20K it agrees with the phenomenological "Eucken's law" 1=T.
Indeed, Eucken's law is the classical limit of BTE-RTA when computed
with third-order anharmonicity, Eq ( 2.24), since in the classical limit ~ /
Tand C Kg.

Overall, for a simple crystal as cSi with few, well-separated, bands,
the two approaches are practically indistinguishable. The dominance of
the intraband term over the interband one for this and other commonly
studied crystals could explain the success and longevity of the BTE-RTA
approach.

25 beyond the single -mode relaxation time approxima -
tion

Despite its usefulness and success, there are known limits to the validity
of the sm and RTA hypotheses. For the former, it is well known [ 44] that
for some crystals, especially but not only in 2D materials, the BTE-RTA
underestimates the lattice thermal conductivity at low temperature with
respect to the full solution of BTE, Eq. (2.21), as hinted by the lower panel
of Fig. 2.1. Regarding the latter, it has been shown that using a better ap-
proximation for the greater/lesser Green's function has a non-negligible
impact on the thermal conductivity of a ferroelectric material near the
critical temperature [ 32].

25.1 Green-Kubo-Mori-Zwanzig theory of lattice heat conductivity

The limitations of the SM-RTA can be overcome [L8 by Mori-Zwanzig
memory-function ( Mz) formalism [ 45, 46] to treat the anharmonic de-
cay of the vibrational normal modes. This approach is referred to as the
Green-Kubo Mori-Zwanzig ( GKMz ) approach.

The following algebra is considerably simplied by introducing the
Kubo inner product [ 47, 48] between quantum mechanical operators, de-
ned as:

Z 1

AB = ® d PAY(- ih )Bi- PAY(- ih )ihBi, (2.25)

0
where the second product can be dropped if the operators have zero aver-
age and the time evolution of operators in the Heisenberg representation

can be formally expressed in terms of the exponential of the Liouvillian
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Figure 2.1: Top panel: lattice thermal conductivity of a sample of aSi with
Natoms = 1728as a function of temperature. The computation is per-
formed with both the QHGK and AF approaches, the latter repeated
for different values of the smearing parameter  in units of rad ps - 1.
Bottom panel: lattice thermal conductivity of c¢Si as a function of tem-
perature, using both the QHGK, BTE-RTA and Full-BTE approaches with
a denseqg-mesh. Experimental data for cSi, from Ref. [43], are shown
as red triangles.

super-operator [49], L, de ned as A(t) = ¢HF hAg iH=h 2 dLtA ang
LA =[H,A]=h =- iA. In terms of this scalar product, the quantum heat
conductivity, Eq. ( 2.2), simply reads
Z
1 4

= 3vT . dt J(t),JO) ,

in close formal analogy with its classical counterpart. Moreover, in Hamil-
tonians invariant under time reversal, it is both convenient and always
possible to choose a real basis for the eigenvectors. Indeed, the con-
sequent antisymmetry of the generalized velocity matrix makes the
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ordering of equal-time products of bosonic operators —such as, e.qg,
a¥ (t)a o(t)—irrelevant.
By applying the Gk formula, Eq. (2.2), one obtains:

hz X —
= WI_ . V| V\]r| VJGU (O), (226)
where the indices in capital font | = ( 1, 2)and J=( 3, 4) label pairs

of normal modes, I} = (! ,+! ,)=2 A, = & ,4 ,, and G;(0) is the
zero-frequency value of the Fourier-Laplace transform ( FLT), indicated by
the ~ symbol, of the two-mode correlation function:
Zy
- — izt
Gi3(2) q dt eA Gy (1), and (2.27)
Giu(t)= Ai(t),A; .

Within this framework, the hurdle of solving Eq. ( 2.2) is mapped into
nding an expression for G;(z), a task that can be effectively tackled by
leveraging the Mz memory-function formalism. Indeed, Mori showed in
his celebrated 1965paper [46] that G,; (z) can be formally expressed as:

X
Gu(@=i ' (2)Gky, where (2.28)
K
Gy = G (0), (2.29
k(= leK -k ik (2), (2.30)
3= A, A G, (2.31)
X K
w@= A,Q(z- QLQ) 'QAk Gif, (232
K

and Q is the projector over the operator manifold orthogonal to
spanfA, g, de ned by its action onto a generic operator, B, as:
Lo X
QB=B- Al A3, B G . (2.33)
13

Intuitively, the Mz formalism separates the evolution of an operator
into two distinct parts: one part that preserves the operator's direction
(up to a phase factor), and another part that projects the operator onto
an orthogonal space, responsible for the loss of correlation (or "decorre-
lation"). This concept is best understood by considering the time-domain
equivalent of Eq. (2.28) for a single operator [46] for t >0 :

Z,
@G(t)=iG (t)- dt® (t- tYG(Y,
0

where the memory function  (t - t% accounts for the decay of correlation.
In the Markovian limit, where  (t) / (t), this decay becomes exponen-
tial and resembles the RTA.
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25.1.1 The quasi-harmonic limit

To proceed further, it is necessary to evaluate G,;(z), Eq. (2.28), in the
QH approximation, i.e. to leading order in the strength of the anharmonic
interactions H.

Let us start with Gy3, Eqg. (2.29), and 3, Eqg. (2.31), whose leading
orderin H is O(1). In the harmonic approximation, one has:

Za_
Gy= “dma,m,aie )
0 (2.34)
— n,-n,
h(l 2" ! 1) v
and
w =0 -1 9, (2.35)

where hi indicates a thermal average in the canonical ensemble of the
purely harmonic system. Analogously, (,) de nes the "harmonic" Kubo
inner product.

From Eq. (2.35) is clear that the harmonic Hamiltonian does not project

A into the orthogonal space, therefore QA O( H) and the memory
matrix O( H?2). Consequently, the  matrix in Eq. (2.30) has a sin-
gularity for degenerate modes  O(( H) 2), which is consistent with
divergence of the bulk lattice thermal conductivity of harmonic crystals
and glasses P5].

To summarize, in the QH limit Gy, 3 are calculated in the purely
harmonic approximation, and the anharmonicity up to order O(H 2) it
must be considered only for ; [50-53]. Since G,; is diagonal in the I,J
indices, Eq. (2.28) becomes

ih2 X —1
=3yt Vit 15 (0)Gy,
13
i X M—n
= Cyv, VJ?J 51 (0), (2.36)

1J

where C; = h?T72G,,=T reduces to the generalized modal speci ¢ heat in
the limit of quasi-degenerate pairs of normal modes.

While being completely general in the QH limit, Eq. (2.36) would re-
quire the computation and inversion of a matrix N2 N?2, with N be-
ing the number of normal modes. Even for systems of moderate size,
such an operation would represent a challenging computational hurdle.
However, studying Eq. ( 2.36) in the following cases provides simpli ca-
tions and valuable insight regarding the connection between the various
approaches to compute the lattice thermal conductivity: QHGK, BTE and
WBTE.

Until now, the kind of anharmonic potential has not yet been speci ed.
However, in order to quantitatively compare the different approaches,
an anharmonic potential truncated at the lowest order (the third one,
Eq. (2.23)), is assumed in the following sections.
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2.5.2 The single-mode approximation

The rst case consists of decoupling the correlation functions for differ-
ent |,J, in the spirit of the sm approximation, by assuming a diagonal

structure for |3 = | 3. Thus, Eq. (2.36) becomes:
i X ..o — -1
= 3v | Civi© (0
1 X i
- = C . 2 _ )
v o VT T

The expression can be symmetrized with respectto  $ °exchange, by
observing that G o o is Hermitian under this exchange. This property
is a direct consequence of A o= AY, and the property of Kubo inner
product: A,B = AY,BY) , which yields to:
Zy Zy
A ot),R o = Ro(t),R o
0

0

Thus, by symmetrizing one obtains:

X o
=_—_— C Jgv q° , (2.37)

0 (1 -10. 7" 2a (" )2

where ° o= Re_ o o(0) and 0= 1m” o o(0).

The above expression closely reminds to QHGK formula, Eq. (2.17). For
instance, in both formulas, only modes that are quasi-degenerate with
respect to some anharmonic smearing can contribute to thermal conduc-
tivity.

However, the similarity is not only formal. Indeed, by assuming a cubic
anharmonic potential and after some lengthy calculations ( for details see
Ref. [18] and App. A. 3), one obtains:

= z=0= % od o+ < )d o +ON 1), (239

whered o= :(('—')1 and ' (! ) are the FL transforms of the mem-

ory function of the one-body greater/lesser Green's functions, whose ex-
pressions as obtained from Mori's formalism [ 46, 48] are

1

(¢ - i)’
1

(- 1)- i)

Neglecting corrections of order O(1=N) that vanish in the bulk limit, for
_0

quasi-degenerate modes one obtains  oz=0) (! o+ <o ).

It can be observed that solving Eg. (2.14) using Cauchy' Residue theorem

g ()=-r &

(2.39)
go()=rva i
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with poles around ! leads roughly to such result [ 18]. Therefore, it
can be concluded that assuming a diagonal memory matrix in the 1,J
indices is equivalent to the sm approximation.

Now, let us include the RTA. The latter consists of assuming —
frequency-independent, and therefore real due to Kramers-Kronig's re-
lations. Then, one obtains that 0o = + o, Where —> O(! ) = :
and therefore the QHGK expression, Eq. €.17).

It must be noted that the addition of the RTA hypothesis on top of the
SM approximation does not change signi cantly the results, as long as
—' (! ) does not change signi cantly for ! between! and! o Thisisa
consequence of the quasi-harmonic approximation: whether is Lorentzian
or not, the spectrum of the greater/lesser Green's function is still ex-
pected to peak around their harmonic frequency. For highly anharmonic
materials Green's functions can wildly differ from the harmonic case [ 32,
54, 55], resulting in Eq. (2.14) being signi cantly different from its RTA
equivalent [ 32]. However, in the highly anharmonic case, anharmonic cor-
rections to the energy ux can not be excluded a priori and that is beyond
the scope of this work.

2.5.3 From Green-Kubo to the full Boltzmann transport equation

The previous section explains the sM-RTA in the framework of the Mz
formalism, showing an alternative derivation of the QHGK formula. Still,
as previously mentioned, the QHGK formula is not able to fully capture
some proprieties of the lattice thermal conductivity of crystals, which are
instead captured by the Full-BTE [34, 44]. In order to understand the origin
of this discrepancy, it is necessary to go beyond the diagonal case of the
memory matrix.

Firstly, let us re-write Eq. (2.36) for the crystalline case, taking into
account the aforementioned block structure of the generalized velocity
matrix:

i X T
= # Crtt Vgss Vit 0% (-qslso,ktt o(0), (2.40
gkssat 0

where s,t,s%t%are band indices. Eq. (2.40) has a more complex and gen-
eral structure compared to Eq. (2.21), due to the presence of interband
terms s 6 s°t 6 t° However, analogously with the QHGK case, the inter-
band terms can neglected in the case of well-separated bands. Intuitively,
as grows with the separation between bands, it dampens the corre-
sponding element of ' For a formal proof see App. A. 2.
By neglecting the interband terms, Eq. (2.40) becomes:
_ 1 X MZ - 1
= v CqsVgsVgso(S qsq%s® (241
gsq%°

where

I
MZ _ — © q%0
Sgsq%s0 = q%%s !

(2.42)
gs
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is a scattering matrix. Indeed, when computed for a cubic anharmonic
potential, the scattering matrix just de ned coincides [ 18] with the one in
the Full-BTE case B3, 34]. For details see App. A.3.

2.5.4 Comparison with the Wigner-Boltzmann transport equation

As in the sSM-RTA case, the solution of the GK extends its BTE counter-
part by the presence of interband terms. Still, the computation on the

interband terms in Eq. (2.41) appears to be more challenging than in
Eq. (2.18). Such complication can be treated following the example of
WBTE. As explained in Ref. [56], leveraging a common approximation for

the Lindblad's equation, the scattering of “aéséqso pairs with s 6 s° called
coherences the WBTE framework, can be treated at the SM-RTA level, even
if the populationsééséqs are treated taking full account of the scattering

matrix. By adopting this approximation, Eq. ( 2.40) becomes:

X
I- QHGK _ Full- BTE, + CqesiVassd? qsso. (2.43)

gs6 s°

which is here labeled I-QHGK as it involves the inverse of the scattering
matrix. This formula is analogous to the WBTE expression [17, 27, 28]:
WBTE _  Full- BTE,

i X I q50+! qs Cqs

. Caso

4 | I J.Vqssoj2 qss % (2.44)
. qs H qs

Zpﬁi

T gsT 4s0 . . .
where Vgsso = ~ Vg%, assuming that vgsso is computed in the

st! s
"smooth conventio?]" [ZQB]. The two formulas differ in the interband term
by negligible corrections of order O( 2=! 2), as it has been numerically
veri ed for a variety of systems [ 17]. This proves that, as long as the same
level of approximation is employed, the WBTE and QHGK are equivalent,
in line with Ref. [ 17] and previous work for the electrical conductivity as

reported, for instance, in the Mahan's textbook [ 57].

25,5 Application toLi3CIlO anti-perovskite

Finally, the proposed theory is tested on lithium-rich anti-perovskite
LizCIO, a promising candidate for all-solid-state lithium-metal batteries,
whose transport properties have been recently investigated using state-of-
the-art techniques [58].

Fig. 2.2 displays the thermal conductivity of Li 3CIO as a function of
temperature for the different approaches, with the lower panel highlight-
ing the relative variation to the BTE-RTA approach. Computational details
are available in App. C.

Two distinct regimes can be identi ed, depending on the tempera-
ture. At lower temperatures, the interband term is negligible, while fully
accounting for the scattering matrix signi cantly increases the thermal
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Figure 2.2: Top panel: Thermal conductivity of Li 3CIO as a function of temper-
ature, computed using different approaches. Inset: Close-up of the
region around room temperature. Bottom panel: Ratio of thermal con-
ductivity computed with other methods to the BTE-RTA results, as a
function of temperature.

conductivity: BTE- RTA = QHGK  gngq Full - BTE = 1- QHGK  coincide sep-
arately. However, at room temperature and above, the interband term
becomes signi cant while the sM-RTA does not in uence the results.

The different and almost opposite temperature dependencies of the
SM-RTA violation and the interband term are due to their physical origins.
In brief, the former is generally attributed to normal three-phonon scat-
tering of acoustic phonons in the linear dispersion regime, i.e. as q! O.
Normal scattering processes conserve crystal momentum among the
three involved phonons q $ %+ q° whereas Umklapp ones conserve
crystal momentum modulo a reciprocal lattice vector G 6 0. Under
normal scattering, the energy ux carried by acoustic phonons, which
dominate at low temperatures, is effectively proportional to crystal
momentum and is thus conserved [ 34, 44], whereas a SM-RTA approach
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Figure 2.3: Phonon dispersion of Li3CIlO along high-symmetry points, includ-
ing anharmonic broadening set to 3 times ¢s. The anharmonic
linewidths are computed at T = 200 K (upper panel) and T = 400 K
(lower panel).

would still predict a decorrelation time of the order of the phonon
anharmonic lifetimes. On the other hand, the interband term requires the
interband spacing to become comparable to the anharmonic linewidths,
the latter being typically an increasing function of temperature. For
instance, in the classical regime of a cubic anharmonic potential, the
linewidth scales approximately as / T. Thisis evident in Fig. 2.3, which
shows the anharmonic broadening of the band dispersion at T = 200K
and T = 400K. Furthermore, since must vanish for g ! 0 faster than
the angular frequency for hydrodynamic reasons [ 59, the interband
contribution is typically con ned to phonons in the optical frequency
range, whose population becomes signi cant at higher temperatures.

To summarize, using the Mz formalism allows for a deeper under-
standing and analysis of the approximations underlying the unied
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guasi-harmonic Green-Kubo approach to heat transport in both glasses
and crystals. Additionally, by going beyond the sSM-RTA, it becomes
possible to bridge the QHGK approach with various formulations of the
BTE. This comparison emphasizes the absence of interband terms in the
guasi-particle framework of the BTE. Finally, the quantitative impact of
these different approaches and approximations is numerically assessed
across multiple systems, Figs. 2.1-2.2.






HYDRODYNAMICS OF GLASSES

nified lattice dynamical theories of thermal transport, such as
QHGK [26] and WBTE [27], have brought considerable advancements

to the eld. Despite these advances, the numerical simulation of heat
transport in glasses remains a formidable challenge. In this chapter, the
problem of reaching the bulk thermal conductivity of glasses is addressed
by leveraging hydrodynamic arguments [ 35 and efcient numerical
techniques [25]. Through numerical experiments and theoretical analysis,
| examine how anharmonicity regularizes the singularity observed in
harmonic models of heat transport in glasses. Finally, the application
of machine learning potentials to this eld is briey discussed. The
theoretical ndings are supported by numerical experiments performed
for three paradigmatic classes of glass (amorphous silicon carbide, silica,
and silicon).

We underline that theories such as QHGK and WBTE apply only above
the so-called plateauin the thermal conductivity as a function of tempera-
ture, which is observed in many glassy materials. The temperature depen-
dence of in glasses features three universal characteristic trends [60]: at
very low temperatures, i.e. T. 2K, the dominant scattering mechanism
is the quantum tunneling between different local minima in the glass en-
ergy landscape, and T2 [61-63]; then, up to 30K, the thermal con-
ductivity rises and saturates to a plateau value. Despite the absence of
an established theoretical agreement in the literature, this phenomenon
seems to be related to the crossover between the regime dominated by
guantum processes and one where propagating waves are scattered by
disorder [ 60, 62-64]. Above the plateau, the behavior of s dictated by
the third-order anharmonic decay of normal modes as prescribed by the
QHGK theory. Since we do not have access to the quantum-tunneling be-
tween quasi-degenerate minima that play a crucial role at low tempera-
tures, in this work we focus on the third regime.

3.1 striving for the bulk limit

Striving for an estimate of the bulk thermal conductivity, large nite mod-
els are used, comprising up to several thousand atoms [26, 65-67]. One
limiting factor in pursuing larger sizes is the diagonalization of the dy-
namical matrix and its poor (cubic) scaling with the number of atoms N.
While samples with several thousand atoms already constitute a consid-
erable computational effort, such a size is about one or even two orders of
magnitude smaller than the size of a typical simulation for a crystalline

37
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material. In such cases, lattice periodicity and the Bloch theorem can be
exploited to map the simulation of a large model onto a number of inde-
pendent computations performed for the vibrations of de nite wavevec-
tors in the Bz, q, of a unit cell comprising a much smaller number of
atoms. These wavevectors are usually arranged in a regular grid whose
number of nodes is the ratio between the total number of atoms in the
bulk model and the number of atoms in the unit cell. The effective model
that can thus be afforded has a linear dimension L 2 =q min, With qmin
being the discretization step of the regular grid in the Bz.

Since glasses are also simulated with PBCs like crystals, it could be
tempting to apply a similar strategy to glasses. However, simply repeat-
ing a disordered cell induces a spurious order on a scale larger than the
size of the original cell, leading to an overestimate of the lattice ther-
mal conductivity, both in  MD simulations [ 68, 69] and lattice-dynamical
ones [35, 56].

To address these issues, a method has recently been developed 35]
that ef ciently and accurately extrapolates the value of the thermal con-
ductivity of aperiodic solids, such as glasses, to in nite size, without ar-
ti cially introducing nonphysical normal modes, which can grossly over-
estimate the nal result. This method, the so-called hydrodynamic extrapo-
lation, leverages hydrodynamic arguments, which exploit the natural par-
titioning of glassy normal modes into categories based on their prop-
agating properties [ 70]: propagonsdelocalized low-frequency vibrations
with wavelengths much larger than the interatomic distance, propagate
almost freely as plane (sound) waves; locons high-frequency vibrations
localized in real space, barely contribute to thermal transport; and diffu-
sons intermediate-energy vibrations, are spatially extended and spread
diffusively. The existence and properties of propagons can be interpreted
from a hydrodynamic perspective. In the long-wavelength limit, sound
propagation is described qualitatively in the same way between crystals
and glasses, i.e. through the hydrodynamic equations. In crystals, the
continuum picture is connected to the atomistic one through the acoustic
phonons. Analogously, in glasses, we expect sound waves to be decom-
posed into long-lived delocalized normal modes: the propagons.

Being long-wavelength vibrations, propagons are severely affected by
the nite size of the cell. In fact, similarly to the crystalline case, the size
of the system sets a lower bound to the minimum frequency accessible
to the calculation, which roughly goes as  1=L, where L is the side of
a cubic sample. Moreover, it determines the normal-mode spacing in the
low-frequency region, which is already undersampled with respect to
other portions of the spectrum, due to the vanishing of the Vibrational
Density of States (vDoOS) in the zero-frequency limit [ 26, 33, 71]. The
undersampling is a relevant issue for both the AF and QHGK approaches,
where an insuf cient spacing, compared with their respective smearing,
leads to an underestimate of the thermal conductivity [ 25].

The hydrodynamic extrapolation technique solves these problems with
two ingredients that can be computed inexpensively. The rst is the
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QHGK contribution of diffusons and locons from samples of moderate
size. The second is a Debye-like model for the propagons contribution
in the bulk limit, whose parameters are obtained by the Vibrational Dy-
namical Structure Factor (VDSF) [35, 72], which can be affordably com-
puted using the Haydock's algorithm [ 73, 74] even on very large models
(N & 10°). It is important to note that the hydrodynamic extrapolation
applies only above the previously mentioned plateauof thermal conduc-
tivity, at T & 30K. This limitation arises because the hydrodynamic ex-
trapolation does not inherently account for quantum tunneling between
quasi-degenerate minima in the glass energy landscape, which is believed
to cause the plateau commonly observed at a few tens of kelvins in most
glasses p1, 75-79.

The ability to compute the bulk limit is not only bene cial on the quan-
titative side, but it has also qualitative and theoretical consequences. For
instance, it highlights the importance of the anharmonicity in glasses. In-
deed, under general assumptions [80, 81], the scattering due to harmonic
disorder in the vanishing frequency limit has a Reyleigh-like scaling ! 4,
which alone is not sufcient to guarantee a nite bulk lattice thermal
conductivity [ 24, 25]. Consequently, the purely harmonic Allen-Feldman
approach typically shows an infrared singularity in the bulk limit.

On the theoretical side, this singularity was removed by assuming a
residual effect of the quantum tunneling even at higher temperatures
where typically quantum effects disappear [ 24]. Even admitting that
quantum effects could survive at hundreds of kelvins, this approach has
hardly been pursued in the literature on numerical applications of the AF
theory, where the singularity is customarily regularized without relying
on any such tunneling effects. However, it has been recently shown [ 25]
how perturbative anharmonic effects, as in the QHGK approach, are suf -
cient to guarantee a nite bulk thermal conductivity at any nite tempera-
ture, without invoking quantum tunneling effects. On the computational
side, the effects of the singularity on the AF computations have been long
overlooked for different reasons. Firstly, the diverging infrared contribu-
tion of AF calculations, which is eliminated in small samples due to nite-
size effects, is often very small when perturbative anharmonic effects are
accounted for, although there are some notable exceptions. The second
reason is related to the comparison with thin- Im experiments [ 42, 82—
85]. Indeed, the smearing in the AF formula, Eq. (2.20), can formally and
sometimes quantitatively reproduce the boundary scattering intrinsic to
thin- Im experiments, therefore producing in some occasions a spurious
experimental validation.

3.1.1 The acoustic infrared cutoff

Accelerating the size-convergence of thermal conductivity in glasses re-
guires addressing the main limiting factors.

Excluding the three trivial translational modes at ! = 0, the rst sig-
ni cant factor is the presence of an acoustic infrared cutoff. This cutoff
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scales as 2 c=L, where L is the characteristic size of the system andc
is the sound speed, which differs between longitudinal and transverse
acoustic waves. In the long-wavelength limit, both types of materials
exhibit sound waves with linear dispersion, cjQj, consistent with Gold-
stone's theorem [71]. For glasses, this infrared cutoff reduces the contri-
bution to thermal conductivity, especially at lower temperatures, where
only modes with h! kgT are signi cantly populated, following the
Bose-Einstein distribution. The impact of this cutoff is generally smaller
for crystals, as their periodicity allows for the simulation of much larger
systems compared to glasses, thereby mitigating the effects of the cutoff.

3.1.2 The smearing problem

The second factor is more subtle and primarily numerical in nature,
though its effect can be signi cant despite often being overlooked. This
issue, here termed the smearing problemarises from the requirement in
both the QHGK and AF approaches for a "dense" vibrational density of
states (vDOS). The degree of this density depends on the smearing pa-
rameter, which is for QHGK and for AF. As a rule of thumb, one aims
to satisfy the condition

3N ()1,

where (! ) represents the vDOs (normalized to the unity) and ! de-
notes the smearing, whether for the AF or QHGK approach. This phe-
nomenon is visible in the AF data for a xed size L, as shown in 3.7 (or
Fig. B.3in App. B. 2), where the thermal conductivity ~AF( ,L) decreases
sharply when  falls below a critical value. In 3D materials with linear
mode dispersion, the vDOS scales quadratically with frequency at low
values, (! ) ! 2, consistent with the Debye model. As the frequency
approaches zero, the modes become increasingly sparse, making it dif -
cult to satisfy the smearing requirement.

Let us now estimate the cutoff frequency resulting from this constraint.
For AF with a xed , assuming a quadratic VDOS, the smallest angular
frequency satisfying the smearing condition is given by:

s
| AR 1 1

*ocrit 3N L3=2"

Since the acoustic cutoff due to the system size scales ad =L, the effective
minimum frequency contributing to thermal conductivity, de ned as the
maximum of these two cutoffs, is typically determined by the former
one. However, this is not necessarily the case for QHGK. Suppose, for
example, that the anharmonic linewidths scale as A(T)! ¥ | where

>0 and A(T) is a temperature-dependent coef cient. In this scenario,
the critical frequency for QHGK becomes

| QHGK 1 =@+ ) 1

* crit 3NA(T) L3=(3+ )"
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For suf ciently large QHGK simulations, the effective minimum frequency
I «it is determined by the smearing, rather than the system's actual min-
imum frequency. Importantly, A(T) is typically an increasing function
of temperature. As a result, for xed system size L, the infrared cutoff
due to acoustic phonons may dominate at higher temperatures, while the
smearing cutoff may become more signi cant at lower temperatures.

3.1.3 The pseudo-crystal approach

Both crystals and glasses are typically simulated in PBCs thus one would
hope to tackle the size problem similarly. However, sampling a g-mesh in
glasses mimics an arti cial order by adding long-lived modes below this
threshold, thus re ecting the spurious periodicity induced by  PBCsand
determining an arti cial increase of the thermal conductivity. Indeed, real
glasses below this threshold frequency feature propagating waves whose
wavelength is proportional to their inverse frequency, and whose decay
depends on disorder [ 70]. Strictly speaking, a replicated model glass can-
not be disordered on a spatial scale larger than the original simulation cell.
Thus, the spurious modes whose wavelength is larger than the simulation
cell are unaffected by disorder and would propagate for longer times than
the corresponding modes in an in nite, actually disordered, glass. In fact,
nite wavevectors other than high-symmetry points at the Bz boundary
have, in general, a nite group velocity, resulting in Eq. ( 2.18). The re-
sulting intraband/ BTE-RTA contribution due to the nite group velocity

is crystalline-like and describes modes whose decay depends only on
anharmonicity. Unsurprising, this yields to an overestimate of the ther-
mal conductivity. This has been recently observed in Ref. [ 67], where a
3 3 3 g-mesh is shown to determine a low-temperature divergence of
the thermal conductivity of amorphous silica systems. The same does not
happen for a genuinely disordered system with an equivalent number of
atoms (i.e., 3° times the number of atoms of the small model) sampled
at the point; for such a system the thermal conductivity is a monoton-
ically increasing function of temperature [ 67]. Similar results are shown
in Ref. [35] also for other glasses. The unphysical increase of thermal con-
ductivity due to this approach has also been observed in MD simulations
of glasses B8, 69].

3.1.3.1 An alternative pseudo-crystalline approach

A recently proposed method leverages the pseudo-crystallin@pproach to
glasses while avoiding the drawback of overestimating thermal conduc-
tivity by employing a so-called regularizationprocedure [67]. This overes-
timation, caused by the arti cial crystalline order introduced by periodic
replicas of the fundamental simulation cell, is mitigated by convolving
the QHGK/ WBTE Lorentzian lineshape of the unphysical low-frequency
modes with a smearing function. The width of this smearing function,

, is carefully selected as described below. While choosing the smearing
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function to be Lorentzian would result in a Lorentzian smeared lineshape
whose width would be the sum of the original and smearing linewidths

! + , it was found that using a Gaussian smearing function
would lead to slightly better numerical behavior of the procedure. Of
course, the heat conductivities computed with this method depend on the
smearing width, and they would in fact diverge, in the low-temperature
limit and even for nite samples, for vanishing smearing. In Ref. [ 67] the
choice of the smearing width was somewhat justi ed by the existence of
a plateau in the dependence of the heat conductivity on it. When such
a plateau exists, the width so chosen should be a compromise between
a large enough value allowing to encompass several normal modes and
small values necessary not to mimic spuriously large scattering sources.

In a nutshell, this protocol forces the QHGK (or, equivalently, WBTE)
method for a pseudo crystal—whose unit cell is the whole simulation rep-
resenting the glass model—to behave like the AF model for low-frequency
modes whose linewidths are smaller than the smearing width—i.e., the
modes responsible for the unphysical overestimate of —while doing al-
most nothing to modes with higher frequency/larger linewidth.

The regularization procedure has signicant aws, as reported in
Ref. [35]. For aSiO; at room temperature, a plateau is observed in the
thermal conductivity as a function of the smearing parameter and it is
possible to obtain from a smaller sample results compatible with a gen-
uine larger glass. However, no such plateau is found for aSi and aSiC [35].
Moreover, at low temperatures, when , the technique reproduces
the AF results [67] with a xed . However, as explained later, this dif-
fers signi cantly from the genuine bulk limit of QHGK (or WBTE) at low
temperatures.

3.2 hydrodynamic finite -size scaling of the thermal con -
ductivity in glasses

In order to properly estimate the bulk limit of heat conductivity in glasses
without relying on pseudo-crystalline approaches, one must devise a suit-
able nite-scaling technique based on genuine glass samples simulated
with PBCs but at the Gamma point, g =(0,0,0).

Naively, to deal with nite-size effects one should compute the ther-
mal conductivity for samples with increasing size, L, up to convergence
limg 1 (L, T)= 1 (T). The simplest way to extrapolate 1 (T) from the
nite size samples would be to assume that for each temperature (L)
can be expanded in a power series of 1=L and then perform a linear tin
L. However, there are different aws in this procedure: rstly, the simula-
tion must be repeated for different sizes—at least three to meaningfully t
a straight line; secondly, if 1=L is too small for the linear contribution to
be dominant, higher powers are needed, introducing further parameters,
thus increasing the number of data points required and the complexity
of the extrapolation. In the following, we present a physically motivated
technique to bypass these challenges.
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3.2.1 Propagons, diffusions, and locons

The hydrodynamic extrapolation method is physically grounded in the
natural partitioning of vibrational modes in glasses into propagons, dif-
fusons, and locons, as previously discussed [70, 72]. These features are
evident in the vDSF, which, for a harmonic system, is de ned as [ 72:

X
S(1,Q)= (* -1 )ih jQbif?, 3.1)

where jQbi is a plane-wave-like vibrational state, whose projection on the
displacement of the Ith atomic site in the  Cartesian direction is:

H jQbi = plﬁ"b (Q)e R, (32)

with Q = ZT(n,m, 1), where n,m,| 2 N denote a wavevector in a cubic
supercell of side L; R, represents the equilibrium position of the Ith atom;
and "P (Q) is a polarization (unit) vector. Consequently, the scalar product

with the eigenvector of the th normal mode, e , is given by:

X .
njQbi = P "P(Q)(e ) €O (33)
|

The polarization of the plane-wave vector can be chosen to be either
parallel or perpendicular to Q and is labeled by b = L, T;, T», correspond-
ing to the longitudinal (parallel to Q) and transverse (perpendicular to
Q) branches, respectively. . Glasses are typically isotropic, therefore the
transverse branches are degenerate, andT indicates the contributions of
both transverse branches.

The plane-wave vibrational states are not necessarily a basis for a dis-
ordered system, since

.1 (O- .

Q%bQi = 5 el (Q- QIR

|
is not exactly qqo if the positions R; are not on a lattice . However, if both
Q, Q% < Q max such that 2 =jQmaxj is much bigger than the interatomic
distance, the medium appears to be homogenous and it has been numeri-
cally veri ed that these vectors, labeled acoustic plane waveare effectively
orthonormal. For our purpose of describing the propagons contribution,
jQbi acts as a basis §6]. More details on App. B. 1.

The VDSF can be interpreted as the spectral function of the retarded
Green's function (see, for instance, Ref. 7] for details on Green's func-
tions), S, (! ,Q) = llmgQ'th(! ), which reads:

gdﬁ(t)=-xi(réQb(t)éébi - PG, dqn (i) (1)
= -ijhjQbife ™ ' (1), (3.4)
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where (t) is the Heaviside function and

X
agp = h jQbia .

From Eq. (3.4), it is straightforward to account for weak anharmonic ef-
fects using the RTA, i.e.ha (t1)a”i/ e " t- Il This yields to
X 1

241 -1 )

S(t.Q)=

sih jQbij?, (35)

Fig. 3.1 shows the vDsF for different glasses, for both the transverse and
longitudinal polarization. The low-frequency, small-wavevector, portion
of each branch of the vDsF features an almost linear dispersion, ! ' ¢Q,
typical of acoustic phonons. In other words, $,(Q,! ) is a peaked func-
tion centered at! o = ¢, Q, ¢t being the transverse/longitudinal speed
of sound. For low-enough Q, the prole of S(! ,Q) can be tted as a
function of the angular frequency with a Lorentzian pro le,

Ap(Q) b(Q)
(! - Q)2+ 5(Q)?’

where Ap(Q) is a normalization factor. This t allows one to evaluate
the speed of sound as well as the wavevector dependence of the effective
width, the sound attenuation coef cient (Q). Under the assumption of
isotropy, S, (! ,Q) = S (! ,Q) and, consequently, ,(Q) = ,(Q). A sim-
ilar tto S (! ,Q) yields (Q), representing the disorder contribution
to the sound attenuation coef cient within the harmonic approximation.
The Lorentzian shape of the vDSF for the propagons suggests they are
long-lived excitations, scattered by both harmonic disorder and anhar-
monicity, which are taken into account by ,(Q).

Propagons are de ned as those low-frequency, low-wavevector, normal
modes with linear dispersion that populate the rst portion of the  VDSF.
At suf ciently large frequencies, the broadening becomes comparable to
cp Q, marking a transition frequency between propagons and diffusons,
commonly known as the loffe-Regel limit [ 87]. Finally, since locons are
localized in real space, they are delocalized in reciplgpcal space. In the
limiting case of a mode j i localized on a single atom  h jQbij? = 1=N
8Q.

Further insight into the properties of propagons can gained from a
hydrodynamic perspective. In the long-wavelength limit, the glass can be
expected to behave as a continuous, practically homogeneous, medium.
In this limit, if the hydrodynamics equations for energy, number, and
momentq{,n density are expressed in terms of the displacements density
u(r,t) / i ui(t) (r- R;), one obtains [59]:

@up (r,t)- cir up(r,t) = Dp@r 2up(r,t),

where Dy, are polarization-dependent coef cients and for the longitudi-
nal caseb = L the coupling with the energy density is omitted. The

S(!.Q) (3.6)
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latter is a reasonable assumption if the thermal expansion is negligible,
as it happens for a harmonic crystal [ 59]. By solving these equations with
standard methods, one nds that in the hydrodynamic limit S, (Q,! ),
the space-time FT of hu(r,t)u(0,0)i, has the typical acoustic peaks at
I =  ¢pQ, with width D, Q2. Given the straightforward connection
between S,, and S, as outlined in App. B. 1, one can theoretically moti-
vate the ansatz in Eq. (3.6) and expect limg: o (Q) Q2. The acoustic
damping coef cients (Q) can be measured with, for instance, inelastic
light scattering [ 88, 89, therefore allowing for experimental validation of
the VDSF.

3.2.2 Hydrodynamic extrapolation

The hydrodynamic extrapolation can be summarized as follows: rstly,
the glass samples of nite size are generated and their IFC computed.
Then, the propagon contribution p is separated from the contribution
due to diffusons and locons, labeled diffusive contribution p. While p
is computed directly with QHGK on the samples, p is computed with a
continuous Debye-like model whose parameters are obtained from the
VDSF. A graphical summary of the work ow is reported in Fig. 3.2
The decomposition

= pt+ p.

is well-de ned because, due to the nature of o, Egq. (2.16), only
quasi-degenerate pairs of modes contribute: propagons only pairs with
propagons. Then, we want to rewrite the propagons contribution on the
basis of the acoustic plane waves, using our knowledge from the VDSF
to compute it ef ciently. The main points of the derivation are exposed
below, while further details are in the App. B. 1.

In the new basis, the propagon contribution to the energy ux, Eq. 2.10
becomes:
1 X
v Qbb 2P

~ 0,\ ~
J= X &%, aqno (3.7)

where P indicates that sum is restricted to the propagon region and ng °
is the matrix element of Jin the plane-wave basis. Similarly to the QHGK

crystalline case, such matrix elements can be shown to have a block-
matrix structure in the wavevector indices

0 0
J%bQ 0 QQ OJ%b (3 8)

and the matrix between the two transverse polarizations, ngTZ = 0, can
be assumed to be zero due to isotropy.
Another useful property is rﬁéLéQTi 0. This orthogonality is a con-
sequence of the energy separation of the L, T bands, i.e.j(c_- ¢1)Q]j
L(Q)+ 1(Q), and the vDsSF, from which it can be inferred that
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Figure 3.1: Harmonic VvDsF, Eq. (3.1), as a function of the angular frequency and
the modulus of the wavevectors. For each Q a Lorentzian t is ap-
plied to S (Q,! ), whose centers and widths, ! o and q, are indi-
cated on top of the vDsF. The green line is a linear t of the rst few
! o. Left to right: longitudinal and transverse polarization. Top to
bottom: aSi, aSiC and aSiO,. Smearing parameter = 1 (rad ps 1)

h jQbi is signi cantly different from zero only if ! CpjQj ob. The
reasopglsjr the energy separation are two-fold: rstly, in 3D materials
c. > 4=3¢ [90], and secondly propagons are, by de nition, modes with

a sharp linear dispersion relation, i.e., ¢, Q b (Q). The sharpness in-
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Figure 3.2; Graphical summary of the work ow necessary to implement the hy-
drodynamic extrapolation of the heat conductivity. Picture drawn
from Ref. [35].

creases for smaller wavevectors as  (Q) must vanish faster than linearly
for Q! 0 for hydrodynamic reasons [ 59, 91].

By combining these properties and Eq. (3.4)-(3.5), one obtains the
greater Green's function of these acoustic modes:

9obp oft) = - iMqp (t)géboi

- bbozi die ™ 1|mg5b(! N(n( T+ 1)
ya

- bbozi de "™ 0 ,Q)n( ,T)+ 1)
=i ppo(n(cpQ,T)+ 1)e Q- v (Q)it], (3.9

Then, mirroring the derivation of Eq. ( 2.17) , the propagon contribution
can be evaluated from Eqg. (3.9), resulting in

1 X
P= oy C(coQ)ch ab - (310
3V
Qb2p
The last equation, reminiscent of the BTE-RTA model, de nes the lifetimes
of acoustic excitations, g = ﬁ and the frequency-dependent heat

capacity, C(! ) = ht @& in principle, there would be interband terms

between the longitudinal and transverse polarization. However, this con-
tribution is negligible if the two bands are energetically well-separated, as
it happens for suf ciently small wavevectors due to the more-than-linear
scaling of ,(Q).

The nal step to evaluate the in nite-size limit of is to map Eq. (3.10)
onto the kinetic theory of gases. The sum over plane waves can be recast
as an integral over angular frequency in the L! 1 limit using the fact
that, for propagons, the linear dispersion relation, ! = qQ is valid, and
introducing per-branch densities of states, (! )= % o (! - Q).
This yields:
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X g 1
P= Y o dC (') b(! )m-

(3.11)
b=L,T 3

Acoustic excitations feature a density of states of the Debye form, i.e.,
()= '2—; and (! )= % Once p is available, one computes the
T L

hydrodynamic extrapolation of the thermal conductivity as

+ (1 -1p) (I o-!pC v o> o (312

where the second term comes from Eq. (2.17), and the Heaviside-theta
limits the sum to the nonpropagonic part of the spectrum. The method
can be straightforwardly adapted to the AF model with xed smearing,
by mapping 2 !

For the model to be valid, ! p must be chosen in a (angular-) frequency
range accessible to the nite sample that satis es certain requirements.
All the normal modes below ! p should be bona depropagons for both
polarizations, so as to avoid a regime where transverse-diffusons and
longitudinal-propagons are mixed. Thus, between the transverse and lon-
gitudinal loffe-Regel angular frequencies, ! p should be the smaller one,
which is generally the transverse one. Slightly lower values may also be
preferred to guarantee that all the hypotheses regarding linear dispersion
are valid. Studying the dependence of 0 ON ! p constitutes a good
and inexpensive test to nd an appropriate value of ! p and verify the
robustness of the procedure, since pyqr, Should be roughly independent
on the choice of ! p as long as it is placed in the mentioned frequency
range (see, for instance, the supplementary material of Refs. [35, 37)).

3.2.3 Low-frequency behavior of the sound attenuation coef cients

The hydrodynamic extrapolation of heat conductivity requires extrapolat-
ing the sound attenuation coef cients (!=c ) to vanishing frequencies,
far below the minimum frequency accessible in glass samples of moder-
ate size. Simply using Eqg. (3.10) with lifetimes computed from Eq. ( 3.5)
would offer little advantage, as it would still require the diagonalization

of large dynamical matrices. However, there are two reasons that allow
the extrapolation. Firstly, the harmonic VDSF can be computed ef ciently
with Haydock's algorithm illustrated below, without ever needing to com-
pute the eigenvectors of the dynamical matrix. Moreover, by tting the
anharmonic linewidths with respect to the frequency, (' ), the
anharmonic effects can be effortlessly included. Secondly and most im-
portantly, leveraging theoretical arguments, one can obtain an ansatz for

b (!=C ) for vanishing frequencies.
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Under general assumptions [80, 81], the low-frequency behavior of the
sound attenuation coef cients reads [ 35, 59, 91]:

b(1=C b) Ap! 2+ Bp! 4, (3.13

where Ap,By > 0. A model of this form was also proposed in Ref. [ 85,
where the quadratic and quartic terms come, respectively, from the Umk-
lapp and isotopic scattering of long-wavelength phonons in crystalline

silicon. More generally, the I 2 trend is required by hydrodynam-
ics [59, 92] and can be explained through the Akhiezer mechanism [ 93,
94]. On the other hand, the I 4 behavior—also observed in experi-

ments [88, 89—can be rationalized in the continuous limit through ran-
dom media theory [ 95, 96] or, for atomistic models, through harmonic
perturbation theory, as in the case of crystals with mass disorder [ 97, 9§
or random spring constants [ 80, 99]. The crossover between the ! 2 and

I 4 behaviors in the sound attenuation has also been observed in MD
simulations [ 10| and it has also been rationalized by analyzing nonaf ne
displacements in amorphous solids [ 91].

While Eq. (3.13) should describe under very general hypothesis the
sound attenuation coef cients at very low frequencies [ 101], it is worth
mentioning that for 0 <! <! p a second crossover! # 1 | 2 can be
observed due to the harmonic disorder. This crossover is illustrated in
Fig. 3.5, which displays the computed harmonic sound attenuation coef-
cients for the three glasses. While all three glasses tend to a Rayleigh
scattering for in the vanishing frequency limit, both aSiC and aSiO;
show a crossover! 4 | I 2 at a nite angular frequency. This second
crossover, observed experimentally for aSiO, [88, 89], it can be described
by the phenomenological function proposed in Ref. [ 89:

p(1 )= Cpl 2[1+(! K=t )2 T 5, (3.14)

where Cy, is a constant, ! E’(O is the polarization-dependent crossover an-

gular frequency, and = 1.5 determines the sharpness of the transition.
As the quartic frequency dependence of the sound attenuation coef -
cients in harmonic glasses can be understood perturbatively in terms of
the scattering of acoustic waves in a homogeneous medium with small,
random, independent local uctuations of the elastic constants [ 99], the
I 41 1 2 crossover can be explained with spatially correlated elastic de-
formation [ 95, 101]. In a nutshell, assuming a nite correlation length for
these uctuations, vibrations with a wavelength larger than this length,
and therefore ¢, Q <! E’@ , experience Rayleigh-like ! 4 scattering, while
for higher frequencies/smaller wavelengths 2,

To summarize, the typical behavior of (!=c ) can be described as
follows[88. ForO<!<! p,we nd rstly a—temperature-dependent—
crossover at a very low frequency between an ! 2 regime, determined by
anharmonic effects, and the ! # regime where disorder dominates [ 101],
followed a by second—temperature-independent—crossover from ! # to
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I 2, due to the spatially correlated elastic deformation at the mesoscale
mentioned above [95, 101].

3.23.1 Toy-model

The qualitative effect of these crossovers on the nite-size scaling of pis
studied in Fig. 3.3 for a toy-model, using Eq. (3.11) with the addition of
an infrared cutoff:

Z
X g™ 1

b=LT ° ! mn @)l b(!=C p)’

(3.15)

P(! min) =

and neglecting the differences between the contributions of the two po-
larizations. It can be observed how, for ! i, either lower than the rst
crossover and higher than the second one, pislinearin ! nn 1=L
However, a linear size extrapolation (1=L) = (1 )- a=L from the sec-
ond region would lead to the wrong bulk limit, highlighting the risks of
the standard way of size extrapolating.

It is worth noting that as long the linewidth due to harmonic disorder
tends to Rayleigh's scattering [80], ! 4, as shown by Fig. 3.5, it implies
that a purely harmonic system would have Ap = 0. However, it can be
easily noted that from Eqg. (3.11) that p would diverge at any temper-
ature in such case, in agreement with the observations of Refs. [23, 42
and Ref. [107, respectively for glasses and crystals. The effects of this sin-
gularity and the consequent bias that it introduces in the computational
community are discussed in detail later in the chapter.

3.2.4 The Haydock's algorithm

The direct computation of the harmonic VDSF is unfeasible for systems
of tens of thousands of atoms because it requires the diagonalization of
the entire dynamical matrix, a procedure that scales as the cube of the
number of atoms. Haydock's recursion method is an iterative procedure,
based on the Lanczos orthogonalization algorithm, that allows one to
estimate the VDSF as the imaginary part of a diagonal element of the
vibrational Green's function of the system [ 73, 74]. Using this procedure,
it is possible to address several systems of tens of thousands of atoms,
where the quartic scaling of the harmonic linewidth is appreciable, as
reported in Fig. 3.5.

Our goal is to compute Eq. (3.1). To achieve this, we express$ (' ,Q)in
terms of the diagonal matrix elements of the vibrational Green's function:

im Im tQbj (1 +i)?- D “iobi =

3 S L,Q)+ S(-1,Q) , (316
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Figure 3.3: Top panel: Qualitative analysis of the contribution of propagons to
thermal conductivity, given by Eq. ( 3.15), as a function of the mini-
mum frequency. The calculations are conducted at T = 300K using

('y=al 2+ (1), with a= 10 4rad” 1ps, and evaluated for
both the quartic case (orange line) and the crossover case, as depicted
in the lower panel. To construct a simple yet realistic model, the speed
of sound and the parameters for the crossover are derived from
the aSiC (transverse) vDsF data, shown in Figs. 3.1-3.5. The quartic
parameter is determined by matching the sound attenuation coef -
cients of the two cases at! p=2 = 4THz. Gray dashed lines on the
top panel serve as a visual guide only. Note the logarithmic scale on
both axes of the lower panel.

where D is the dynamical matrix and jQbi are the 3N eigenvectors spec-
i ed before. The harmonic VDsSF, Eg. (3.1), is then computed by a contin-
ued fraction expansion:
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55 S¢.Q+SC!Q =

lim Im
10

. . (3.17)

. b
I+ 2 _ ao - 1
( I ) 0 b%

(! +i)%- a;-

where the coef cients fag,ai,:::gand fby,by,:::gare evaluated by the
recursion Lanczos chain:

j -1l =]0i,

j ol = jQbi,

bnj ni=(D- an-1)j n-1i- bn.1j n-2i, (319
apb =h 4jDj ni,

bn =h njDj n-ai.

This procedure drastically reduces the computational cost of the evalua-
tion of the harmonic VDSF, going from a O (3N)2 scaling of the exact
diagonalization algorithm to the O(s(3N)?) scaling, where N is the num-
ber of atoms in the simulation cell and s is the number of steps of the
Lanczos chain. Moreover, if the matrix of the interatomic force constants
is sparse, as in the present case of short-range interactions, the numerical
burden of Haydock's algorithm can be further reduced to a complexity
O(sN). The procedure proves to be numerically robust, in spite of the
well-known instabilities of the Lanczos tridiagonalization scheme [ 103,
and approximately 200recursion steps are typically suf cient to estimate
the sound attenuation coef cients, which we increased up 600 steps to
carefully test the convergence. Moreover, since the coef cients fag,a;,::: g
and fb1,b»,:::gdo not depend on frequency, once they are obtained the
spectrum can be inexpensively recomputed for different frequencies and
for different smearing . In particular, perturbative anharmonic effects
can be included, Eq. (3.5), by substituting the xed smearing with a
frequency-dependent t of the anharmonic linewidths, ! (' ). Fur-
ther details are given in App. B. 3

The iterative algorithm is validated by a comparison between the value
of  obtained from a direct computation of the VDSF, Eg. (3.1), and Hay-
dock's method. As shown in Fig. 3.4 for a aSiC model of 13824 atoms,
there is excellent agreement between the two methods.

Both Haydock's algorithm and the direct method are not immune
from their own smearing problem. However, under the assumption that
S (! ,Q) is a Lorentzian function the problem can be easily xed [ 35].
Indeed, using a xed smearing is equivalent to convolute the real spec-
trum with another Lorentzian, as Lorentzian functions are a closed group
under convolution. Therefore, the constant smearing leads to another
Lorentzian spectrum with the same center and ! + , thus allow-
ing for a straightforward correction a posteriori A range of values for the
smearing has been tested, leading to compatible results.
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It is worth mentioning that in the present work, and Ref.[ 25], the sound
attenuation coef cients  are rst obtained for each glass sample and then
averaged over samples of the same size. It has been noted that inverting
the order as Ref. [35], rst averaging the VDSFs and then tting with a
Lorentzian, yields smoother spectra but it does introduce an additional
width due to the statistical noise of the peaks cQ positions. The addi-
tional width was comparable to the smallest  of aSi, which exhibits the
weakest scattering by disorder among the three materials, thereby impact-
ing the extrapolated thermal conductivity. This bias was eliminated using
Haydock's algorithm.

Figure 3.4: Harmonic sound attenuation coef cients aSiC obtained by tting
the harmonic vibrational dynamical structure factor, Eq. ( 3.1), com-
puted via Haydock's method (orange dots) and via direct diagonal-
ization (cyan crosses). Both results are averaged over4 samples of
13,824 atoms, and the error bars represent standard deviations. Up-
per panel, transverse modes; lower panel, longitudinal modes. Pic-
ture drawn from Ref. [ 25]

3.2.5 Numerical results

In the following sections, the hydrodynamic extrapolation technique is
applied to three paradigmatic glasses, chosen both for their extensive
investigation in the literature and for their representation of different
regimes regarding the role of propagating modes. Speci cally, amor-
phous silica (aSiO») is a material whose thermal transport properties are
primarily determined by diffusons, amorphous silicon (  aSi) is dominated
by propagons, and amorphous silicon carbide (aSiC) represents an inter-
mediate case [L04, 109.

-size scaling of the thermal conductivity in glasses
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Figure 3.5: Sound attenuation coef cients in the harmonic approximation for
aSi, aSiC, and aSiO,. The estimate is obtained by tting the har-
monic vibrational dynamical structure factor obtained through Hay-
dock's method with its sound-wave form, Eq. ( 3.6), and expressing
the linewidth as a function of ! , asin Eq. (3.13). The sizes of the sam-
ples are respectively 13824 97336 and 139968atoms. The estimated
errors are smaller than the size of the symbols. The dashed and con-
tinuous gray lines indicate respectively the ! 2 and ! # scaling. Note
the logarithmic scale on both axes. Picture drawn from Ref. [ 25

The samples are generated using a melt-and-quench procedure, as de-
tailed in Ref. [ 35]. Further details on the generation process and the com-
putation of the thermal conductivity and VDSF are provided in App. C.
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For all materials, the speed of sound and acoustic damping coef cients
(Q) are obtained using Haydock's algorithm. The cutoff angular fre-
quency for propagons is set to ! p=2 = 3.0,3.0,1.2 THz for aSi,aSiC,
and aSiO,, respectively. The harmonic sound attenuation coef cients are
tted using a quartic power law for aSi, while the crossover function,

Eqg. (3.14), is applied to both aSiC and aSiOs,.

The extensive validation of the method is reported in App. B. 2. For
all three glasses, and across a range of smearing parameters and sizes,
Eqg. (3.10) is tested against the propagon contribution directly computed
using the AF/ QHGK formulas. These tests demonstrate the method's abil-
ity to reproduce the nite-size scaling (L) and its dependence on addi-
tional linewidths (e.g. or ), while also investigating potential sources
of error.

3.25.1 Hydrodynamic extrapolation of amorphous silicon

After testing the technique on all three glasses, we focus on the notable
case of amorphous silicon. In the following section, we examine the nite-
size scaling of QHGK calculations performed on aSi at T = 400K, as
shown in Fig. 3.6. As suggested in the literature [69] and by the sharp
dispersion in Fig. 3.5, the propagon contribution plays a signi cant role
for aSi. Indeed, the bulk limit ™9 s approximately 80% higher than

QHCK for the largest affordable size of N = 13824atoms, underscoring
the signi cance of nite-size effects. The remarkable nite-size effects are
mainly due to the propagon contribution since the diffusive one quickly
converges in size. It is worth noticing that the diffusive contribution could
appear erroneously as the dominant contribution in small samples, even
though in the bulk limit it accounts for only 30% of the total thermal
conductivity. Moreover, since the diffusive contribution is suppressed by
the specic heat at temperatures lower than kgT < h! p ( 15), the
relative importance of p over p is expected to further increase at lower
temperatures [35)].

For convenience, the size-scaling data presented here are plotted
against the number of replicas of the fundamental simulation cell re-
peated along each Cartesian component,” = L=Lgy, where L is the actual
linear size of the simulation cell and Lg is the size of the smallest cell used
for each material. For aSi, Lo corresponds to a cell containing 8 atoms.

The QHGK nite-size results are compared with Green-Kubo Molecular
Dynamics (GKMD) calculations, which are computed by averaging 10ns
trajectories from four different samples. As shown in the supplementary
material of Ref. [26], T = 400K is suf ciently high for aSi to neglect the
differences between the quantum Bose-Einstein occupation function and
the classical equipartition, while remaining far below the melting point.
Indeed, the GKMD results are compatible with the QHGK ones for common
system sizes and exhibit a similar nite-size scaling. Despite extending to
larger systems, up to N(* = 20) = 64000atoms, the GKMD results still do
not achieve size-convergence.
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To compare ™d° with a standard size extrapolation, the QHGK data
points are tted using the following expression (blue continuous line):

(L, T)=- Aarctan(B=L) + 1, (3.19

where A and B are positive parameters. This ansatz can be derived from
Eq. (3.11) under the following assumptions: i) the classical limit is valid

[i.e., C(! ) = kg]; ii) the linewidth follows the form (! ) = a! 2+ b! 4;
and iii) the only size effect arises from the minimum frequency available

at each size,! min = 2c=L.

While, in principle, separate parameter sets would be needed for each
polarization, this would unnecessarily complicate the tting procedure.
Using a single set of parameters, as in Eq. 3.19), effectively averages the
contributions from each polarization.

Under these simplifying assumptions, Eq. ( 3.11) becomes:

Z,
= | [ — | |
(L1 2 2¢ 2 c=L . 2(a! 2+ p! 4)d.| too
r_! (3.20)
k 2c b
= - —%7arctan _— = .
YUa2c ap L a

Alternatively, another tting approach can be suggested if the third as-
sumption is replaced with a sub-linear scaling for the effective minimum
frequency ! min(L), in uenced by smearing. To test this hypothesis, the
QHGK data is also tted using the following function (gray dashed line):

(L, T)=- Aarctan Iﬁi:“ + 1, (3.2
where A and B are positive parameters, and the exponent 3=4 is moti-
vated by the analysis in Sec.3.1.2.

Since only low-energy modes are involved, the classical approximation
for the modal-speci ¢ heat is further justi ed. These tting functions suc-
cessfully capture the non-linearity (particularly the convexity) of both the
QHGK and GKMD data. The error bars for the ts are computed using
the standard method, based on the covariance matrix of the parameters
obtained after the least-squares minimization.

Both tting functions are compatible with the two data sets, despite
being tted exclusively to the QHGK data. Regarding the bulk thermal
conductivity, the result obtained from the hydrodynamic extrapolation,

hydro s in good agreement with the size extrapolation derived from
Eq. (3.21), although it lies slightly above the curve tted using Eq. ( 3.19).
Despite underestimating ™d° the latter t still underscores the sig-
ni cance of nite-size effects, predicting a 50% increase between the
largest available QHGK system size ( = 12) and the bulk limit.
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Figure 3.6;: Comparison of the size scaling of in aSi from QHGK calculations
and GkMD simulations at 400K. Even for * = 20, i.e. for systems with
64000atoms, the convergence in size is yet to be achieved. The solid
blue line and the dashed gray line are tted on the QHGK data accord-
ing to, respectively, Eqgs. (3.19)-(3.21). The bulk limit obtained with
the hydrodynamic extrapolation is indicated with a star. The QHGK
diffusive contribution is indicated by triangles. The shaded areas in-
dicate the error in the t, obtained by propagating the covariance
matrix of the tting parameters. The error bars of the GkwmD data are
obtained through standard block-averaging of 10ns-long time series
of four different samples for each size; the error bars of the QHGK
data are standard deviations over ten different samples for each size.

3.3 anharmonic regularization of the thermal conduc -
tivity in glasses

3.3.1 Failure of the harmonic model of heat transport in glasses
Using the hydrodynamic extrapolation, it is possible to properly discuss

the bulk limit of the Allen-Feldman approach and highlight the impor-
tance of anharmonic effects. Indeed, Eq. 8.11) for the AF model becomes:

S SAPTY PP (322
= — 'C (') v(! ) g 3.22
" b=t S ! b 2p(t=Cp)+
where ! .= ZCL o, If the low-frequency limit follows Rayleigh's scaling,

I 4, the bulk limit of the purely harmonic  AF model, with ! B. =0
and = 0, would diverge at any nite temperature.

In order to demonstrate how the ! # dependence of the harmonic
sound attenuation coef cients affects the bulk limit of the AF heat con-
ductivity, we computed the propagon contribution to the  AF conductivity
in aSi, aSiO,, and aSiC over a range of values of the smearing parameter,
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, and for nite models of progressively larger sizes. We compared these
results with the analytical model provided by Eq. ( 3.22), p(T, ), Fig. 3.7.
As the size of the model increases, the AF data approach the analytical
benchmark, as is particularly evident for aSi (top panel). As expected, in
the ! O limit, the analytical model diverges due to the Rayleigh ( / ! 4)
scattering term in the harmonic linewidth.

3.3.2 Allen-Feldman harmonic bulk thermal conductivity

Given the generality of the Rayleigh scattering and the consequent sin-
gularity of the AF model, which was actually pointed out by the same
authors [65], two questions naturally arise: why do practical calculations
using the AF model often overlook this infrared singularity, and more
importantly, why do they compare fairly well with experimental results?
Regarding the overlooking of Rayleigh scattering and the consequent
infrared singularity, it must be noted that, for typical glass model sizes,
the effects in AF calculations are not always easy to detect. A particularly
misleading scenario arises in glasses where the sound attenuation coef -
cients exhibit a second crossover from! 4 to! 2 due to harmonic disorder,
as seen in materials like aSiC and aSiO,. When the infrared cutoff, c=L,
imposed by the sample size is larger than the crossover frequency ! xo ,
the observable harmonic disorder scattering appears to follow a ! 2
trend, seemingly suf cient for size convergence. As brie y discussed for
a toy-model glass in Fig. 3.3, as long as! min 1=Lis beyond ! xo, the
nite-size scaling of the thermal conductivity can misleadingly suggest
a converging 1 - (L) / % trend. This issue is particularly relevant
for aSiO,, often depicted as a highly disordered material, whose ther-
mal conductivity is believed to exhibit very small nite-size effects and
to converge well using models with a few thousand atoms, even in the
harmonic approximation [ 104. However, even for a highly disordered
system like aSiO,, harmonic disorder alone is insuf cient to achieve
nite-size convergence. As observed in Fig. 3.5 for a very large sample
containing N 1.4 10° atoms, the scattering due to harmonic disor-
der still exhibits Rayleigh-like scaling at low enough frequencies. Since
the crossover frequency for aSiO, is approximately ! xo 7.5rad=ps
for both polarizations [ 89], properly evaluating the bulk thermal conduc-
tivity of this system would require samples whose linear size exceeds
the wavelength of the corresponding sound wave. The wavelength of the

longitudinal sound wave, . , is approximately !ZCXOL 60A, while the

transverse sound wave's wavelength, Jq , is !ZCXOT 35A. Thus, the sam-
ple size must be greater than . , requiring models containing at least
14000atoms.

Regarding the second and most pressing question—the comparison of
actual AF calculations to experimental results—there are several factors to
consider. In summary, the "unreasonable" effectiveness of AF results com-
puted on nite samples can be explained by the fact that the infrared con-

tribution of modes below the minimum frequency, !<! nin(L), which
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Figure 3.7: Propagon AF thermal conductivity of aSi, aSiC, and aSiO, samples
with different number of atoms ( N), as a function of the AF linewidth,

. Calculations are made at a temperature of 500K. The black, solid,

line is the in nite-size analytical result given by Egs. ( 3.11)-(3.22). The

cutoff angular frequency for propagons is setto ! p=2 = 3THz,

! p=2 = 3THz, and ! p=2 = 1.2THz, for the three materials, re-
spectively. Picture drawn from Ref. [ 35)].

diverges in the harmonic approximation, is actually relatively small. This

reduction is typically due to additional scattering mechanisms, such as
anharmonicity or boundary scattering.
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Boundary scattering is particularly important in the comparison to thin-
Im experiments. Indeed, the smearing parameter  introduced in nite-
size AF calculations effectively mimics the boundary scattering that af-
fects the thin- Im experiments [ 85]. Roughly, boundary scattering adds
to the linewidth of each polarization a term equal to gs = cp=d [42
106, where d is the thickness of the sample, that typically range between
0.1- 100 m. Still, even if b the thin Im has an infrared cutoff way
smaller than the simulated glass sample. However, for typical values of

gs the propagon contribution is so dampened that the whole propagon
contribution is negligible when compared to the diffusive contribution,
thus making the differences in the infrared cutoff meaningless. In such a
situation, the effectiveness of the AF calculations is justi ed, as previously
mentioned. Indeed, if the infrared contribution is actually negligible, then
the result of a AF calculations on a nite sample, where the diverging AF
infrared contribution is removed by the infrared cutoff, can be in agree-
ment with the experiment.

The effect of the boundary scattering is exempli ed in Fig. 3.8, where
the bulk thermal conductivity is studied both in the harmonic and weakly
anharmonic cases as a function of the Im thickness. In the harmonic ap-
proximation, the thermal conductivity diverges as the Im thickness in-
creases, as indicated by the solid lines. When anharmonicity is accounted
for, the thermal conductivity saturates for suf ciently large thicknesses
to its nite bulk value. The gure demonstrates that in materials such as
aSiO; and aSiC, where propagons contribute marginally to heat trans-
port compared to diffusons, the bulk limit is reached at nanometer scales.
In our aSi model, where propagons play a more signi cant role, the bulk
limit is achieved at much larger sizes, around a hundred micrometers.

It is worth noting that, at the typical thin- Im sizes used experimentally,
the harmonic value of is not signi cantly different from the anharmonic
one. This suggests that a harmonic model on a nite system can provide a
reasonable estimate of the thermal conductivity of a thin Im even when
extrapolatedto ! min ! 0, as long as boundary scattering is appropriately
accounted for.

3.3.3 Beyond the harmonic approximation

Finally, the temperature dependence of for aSiO, and aSi are illus-
trated in Fig. 3.9. The experimental measurements from the literature
are compared with our hydrodynamic QHGK results and AF calculations
conducted on nite samples. The anharmonic linewidths are computed

on a range of temperatures and extrapolated to get a continuous line,
as described in Refs. B5, 109: (! ,T)= (! \To) = L€ €+ 1), where
C is a positive parameter. These linewidths are then combined with the

total linewidth using the Matthiessen rule [ 10€]. For aSiO,, the QHGK re-
sults match the bulk experimental measurement [ 82]. AF calculations, per-
formed on a sample comprising 3000atoms, also show good agreement
with both bulk- QHGK results and experimental data. This indicates that,
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Figure 3.8: Size-dependent thermal conductivity of aSi, aSIiC and aSiO; at
100K (blue) and 500K (orange). Calculations employ Eq. (3.11) with
! min = 0, and boundary scattering according to the systems' size, for
propagons, while the diffuson contribution is size-independent. Solid
lines show the harmonic results, while dashed lines include also an-
harmonic linewidths. In the insets, we display only the propagon
thermal conductivity in the anharmonic case. Note the logarithmic
scale on both axes. Picture drawn from Ref. [25].

in the case of aSiOy, in the temperature range considered here diffusons
completely dominate the thermal conductivity. Therefore, similar results
are obtained neglecting contributions below ! i, (as donein nite AF cal-
culations) as well as considering the anharmonic damping of propagons
(as in bulk QHGK calculations). However, a direct extrapolation of the AF
results regularized with a nite yields values of ranging from  to
in nity, depending on the value of the smearing parameter.

In the case ofaSi, where propagons are more important, the intriguing
effectiveness of AF calculations in matching experimental data is further
guestioned. For instance, a calculation using 4096 atoms closely agrees
with measurements on a 0.52 m-thick Im [ 83], seemingly validating the
entire procedure. Again, what is actually happening is that the (diverging)
contribution to  from 0to ! i, is being set to zero rather than to the
( nite and small) value it would have when accounting for anharmonicity.
For aSi, the missing contribution is not as negligible as it is for aSiO»,
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Figure 3.9: Thermal conductivity of aSiO; and aSi as functions of temperature.
Markers are experimental data taken from Refs. [82, 107 (aSiOy)
and Refs. [42, 83, 84, 109 (aSi). The solid lines, color-matched to
the markers, represent hydrodynamic QHGK results for Ims of the
same thickness. Light-green, dotted lines are standard AF results on
a nite system of the size indicated in the legend, and obtained with
a smearing parameter set to the average angular frequency spacing.
Gray lines correspond to bulk AF results with  p computed according
to Eq. (3.11), where ! ,n = Oand ranges from 0.1radps” ! (bottom-
most curve) to 10 2 rad ps~ 1 (top-most curve) on a logarithmic scale.

resulting in a pronounced difference between the QHGK results and the
AF calculation.

The temperature dependence of the QHGK heat conductivity results
from two competing contributions. The rst one is due to diffusons,
which is exponentially suppressed at low temperatures—due to the Bose-
Einstein occupation function—and saturates to a constant at higher tem-
peratures. The second one is due to propagons, which diverges asT! 0
for essentially the same reasons why it does so in crystals [35]: rst,
the propagation of sound waves with wavelengths much larger than the
atomic correlation length is relatively unaffected by disorder at leading
order in ! , and, second, the temperature dependence ofAy in Eq. (3.13)
causes the integral in Eq. (3.10) to diverge for vanishing temperatures [ 85,
109.

The differences in the concavity of the bulk (T) between aSi and
aSiO,, illustrated in Fig. 3.9, is thus determined by the relative mag-
nitudes of the two contributions [ 35]. In materials where propagons
contribute marginally to the heat conductivity (such as aSiO,, upper
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panel), the divergence of the bulk value of p(T) becomes noticeable
primarily at very low temperatures. The change in concavity is thus
determined by the onset of diffusons. Conversely, when propagons
dominate the thermal conductivity, the concavity might be entirely
determined by p, such as in the case of our model of aSi (purple curve
in the lower panel of Fig. 3.9). At low temperatures, in thin Ims the
divergence is suppressed by boundary scattering effects, as illustrated
in Fig. 3.9. In bulk systems, where no boundary scattering exists, the
low-temperature divergence is suppressed by the previously mentioned
guantum tunneling between quasi-degenerate minima in the glass energy
landscape. These quasi-degenerate minima, which are responsible for the
residual entropy in glasses [110-117, are believed to lead to the plateau
commonly observed at a few tens of kelvins in most glasses [61, 75-79].

To summarize, AF results on nite samples of glasses qualitatively
reproduce the thin- Im experiments when either boundary scattering
or anharmonicity suf ciently dampens the otherwise diverging infrared
contribution. On the other hand, the bulk limit of QHGK is nite at
any nite temperature, but it would diverge for T ! 0 in the same
way as it would in crystals. In practice, at extremely low temperatures,
this residual divergence is suppressed by quantum-tunneling between
guasi-degenerate low-energy minima [ 75].

As our treatment is limited to vibrational properties within a single
such energy minimum, it obviously fails to address the low-temperature
plateau. The description of these tunneling effects from rst principles
remains a major challenge in the physics of glasses and is a subject to
be addressed in the future. It is noteworthy that in materials where the
dominant in uence of propagons on heat transport persists at temper-
atures higher than those at which quantum tunneling suppresses them,
our analysis suggests that the bulk thermal conductivity should display
a maximum at low temperatures, which could potentially be detected
experimentally.

34 machine learning potentials applied to heat trans -
portin glasses

All calculations for the three glasses discussed above were performed
using empirical force elds. While rst-principles methods to compute

the BO potential, such as DFT, have the advantage of being generally
more accurate and transferable, they would introduce signi cant com-
putational bottlenecks when estimating the bulk thermal conductivity of
glasses. Recently, materials science has been transformed by the develop-
ment of Machine Learning Potentials ( MLPs), which potentially offer ab
initio accuracy at a classical force- eld computational cost. Numerous ap-
plications of MLPs have emerged in studies of heat transport of glasses,
often in combination with MD methods [113 114].
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However, despite the overall success of MLPs, a recent study has raised
questions about their ability to model heat transport in glasses [ 114].
Speci cally, MLPs appear to reproduce harmonic quantities, such as the
vDOS, well but show discrepancies with the reference potential in calcu-
lating anharmonic linewidths.

Following Ref. [ 114, a proof-of-concept test was conducted on quan-
tities crucial to hydrodynamic extrapolation. This test involved using
a DeePMD (DP) deep neural network potential [ 115-117], smooth edi-
tion [118, and a Neuroevolution Potential (NEP) [ 119, both trained in
Ref. [114 on a comprehensive dataset of liquid and amorphous aSiO;
con gurations. To directly assess the learning capability of the MLPs, the
reference potential used was a short-range Tersoff force eld [ 120, cho-
sen for its relatively good accuracy in modeling the amorphous phase of
silica.

Fig. 3.10 shows the harmonic sound attenuation coef cients (top panel)
and the anharmonic linewidths (lower panel). While the harmonic contri-
butions are similar across the three potentials, signi cant differences are
observed for the anharmonic linewidths. Speci cally, the DP potential
markedly overestimates . The NEP potential better reproduces Tersoff's
anharmonic linewidths, except for the lowest non-zero frequency mode,
where is also overestimated.

Although the NEP demonstrates better overall performance, the in-
creased anharmonic linewidths at low frequencies complicate the extrap-
olation to the bulk limit. This issue is also observed for aSi with another
NEP, trained [ 119 for different crystalline and amorphous phases of sili-
con using the ab initio dataset from Ref. [ 121]. Since reference calculations
are computationally prohibitive in this case, the NEP potential is com-
pared with the Tersoff [ 127 force eld, used in the rest of this chapter to
simulate aSi. Indeed, Fig. 3.11 shows a similar qualitative behavior for
between the two potentials, although \gp > 1505 fOr Mmost data points.
Conversely, the anharmonic linewidths show qualitative differences, es-
pecially at low frequencies, where the Tersoff results approach a ! ?
scaling, while the NEP linewidths appear not to vanish. It is possible
that the NEP linewidths reverse the trend and vanish at even lower fre-
guencies, which are not accessible for samples of this size, allowing the
existence of long-lived low-frequency vibrations. However, the previous
test on aSiO, suggests that this anomalous behavior is at least partially
introduced by the use of MLPs.

In summary, this preliminary study suggests that MLPs could be used
to obtain harmonic VDSF of glasses with accuracy comparable to the ref-
erence potential (e.g., ab initio accuracy), but further investigation and
caution are necessary for anharmonic quantities. It is worth emphasizing
that this issue does not typically appear in crystals, where MLPs anhar-
monic linewidths are routinely benchmarked against ab initio results [ 36,
123, which are computationally feasible due to periodicity.
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Figure 3.10: Top panel: Harmonic contribution to the sound attenuation coef -
cients for the transverse (left) and longitudinal polarization (right).
Lower panel: Anharmonic linewidths for all normal modes. The cal-
culations are performed using the NEP, DP [ 114 and Tersoff [ 120
potentials, the latter being the reference potential of the rst two,
with con gurations of N = 12288atoms for the harmonic calcula-
tions and N = 648 atoms for the anharmonic calculations. Note the
logarithmic scale on both axes of the top panels.
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Figure 3.11: Top panel: Harmonic contribution to the sound attenuation coef -
cients for the transverse (left) and longitudinal polarization (right).
Lower panel: Anharmonic linewidths for all normal modes. The cal-
culations are performed using the NEP [ 119 and Tersoff [122 po-
tentials, with con gurations of N = 13824atoms for the harmonic
calculations and N = 1728 atoms for the anharmonic calculations.
The dashed and continuous gray lines indicate respectively the !
and ! 2 scaling. Note the logarithmic scale on both axes in all pan-
els.



In the light of this situation it seems arti cial to maintain the long-standing
textbook ction that perfect crystals are the paradigm of solid-state systems and
amorphous matter a sort of minor and regrettable exception to the general rule.
Rather, one should perhaps coin the slogan: glassy behavior is the norm,
crystalline the anomaly!

— Anthony JamesLeggett (1990) —

SPATIALLY CORRELATED ALLOYS

nderstanding lattice thermal transport is essential for advancing
U our ability to manage heat and convert wasted thermal energy into
useful electrical power, thereby facilitating the design of highly ef cient
Thermoelectric (TE) devices. This chapter investigates the thermal conduc-
tivity of SiGe alloys, focusing on the impact of the spatially correlated (col-
ored) disorder on thermoelectric performance [ 37]. By integrating rst-
principles calculations with hydrodynamic extrapolation [ 35, the study
reveals a signi cant reduction in the contribution of acoustic modes to
thermal transport. These ndings underscore the potential of colored dis-
order to improve thermoelectric ef ciency, offering valuable insights into
material design for energy applications.

4.1 the role of thermal transport in thermoelectric de -
vices

The ef ciency of TE materials is quanti ed by the dimensionless gure of
merit:

S2T
ZT = ,

where s the electrical conductivity, Sthe Seebeck coef cient, T the tem-
perature, and = ©'+ ! encompasses the thermal conductivity, com-
puted as the sum of electronic (el) and lattice (I) contributions. While
maximizing the gure of merit by manipulating electronic properties

( ,S, ©)is often complicated and limited by their interconnection, a suc-
cessful strategy involves reducing the lattice thermal conductivity with-
out signi cantly altering the other factors [ 124-12€. For silicon-based
TE devices, a viable way to achieve this goal is through alloying with
germanium [ 127, 12§. Indeed, through doping, silicon can become a TE
device with a high power factor ( S2 22 Wcm™ 'K? at room temper-
ature [129), and S? has a weak dependence on alloying with Ge [127,
130. However, its performance is hindered by a high lattice thermal con-
ductivity ( 148156Wm- K- 1 at room temperature [ 131]). Through al-
loying with a chemically similar element such as germanium, the lat-
tice thermal conductivity of bulk pure silicon can be reduced by at least
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an order of magnitude [ 97, 132-135 without altering signi cantly the
electronic transport coef cients [ 130, 136 137]. SiGe alloys have been
used since the 196Gs in the high-temperature regime for applications like
powering space probes with typical ZT 1 at the operating tempera-
ture of T  1100K [13§. Further development in the eld would allow
Si;. xGey alloys to compete, at room temperature, with the class of TE
devices presently employed, often composed of rare and/or toxic ma-
terials [139. Such a goal has been pursued through the years through
alloying and structuring at the nano and mesoscale [ 138 140-143. Both
theoretical [144] and experimental [ 145 work have recently suggested
using spatially correlated disorder to strongly damp acoustic vibrations.

Following Ref. [37], | present a study of the lattice thermal conduc-
tivity of Si 1. xGex alloys, both for the standard uncorrelated ( white) and
spatially correlated ( colored compositional disorder. Aiming to a realistic
model, the state-of-the-art QHGK approach has been combined with the
hydrodynamic extrapolation technique, both powered by ab initio  DFT cal-
culations. Our ndings suggest that indeed colored disorder suppresses
thermal transport across the acoustic vibrational spectrum, leading to up
to a 4-fold enhancement in the intrinsic thermoelectric gure of merit.

The chapter is organized as follows: rstly, the Virtual Crystal Approx-
imation is discussed, which allows one to inexpensively obtain IFC from
rst principles for systems with tens of thousands of atoms. Secondly,
the uncorrelated case is studied, validating our numerical results against
experimental ones of both thermal conductivity and Raman spectroscopy.
Then, the colored case is carefully discussed. Finally, the intrinsic gure of
merit in the different cases is estimated and compared to state-of-the-art

SiGe systems.

4.2 material characterization

4.2.1 Electronic and vibrational virtual crystal approximations for SiGe alloys

Lattice dynamical methods like QHGK require the knowledge of the
atomic masses and of theBO potential energy surface close to mechanical
equilibrium, which is entirely determined by the electronic ground state
at xed atomic positions. Indeed, the dynamical matrix element between
two atoms | and Jis de ned as:

. 1 @U
"M, M; @R@GR

Dy

where U is the BO potential energy, and R, and M, are the equilibrium
position and mass of the Ith atom, respectively, and Cartesian indices
have been omitted for notational simplicity.

For an alloy, both the BO potential and the distribution of masses con-
tribute to the disorder. The two contributions are referred to as chemical
and massdisorder, respectively. However, for chemically similar atoms
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like Si and Ge, it is known [ 136, 137] that the BO potential can be accu-
rately described by the electronic Virtual Crystal Approximation ( eVCA).
In essence, for any given concentration of Si. x Gey, we consider the elec-
tronic properties of a “virtual” crystal where both atomic species are re-
placed by a ctitious one whose (pseudo)potential is the linear interpola-
tion of the actual species' potential. Under this assumption, the dynami-
cal matrix becomes:

— 1 @Uy
Diy (0= "M, M, @RAOR

where Uy is the (x-dependent) BO potential energy, while the masses are
still distributed at random (for details, see App. D. 1). This case is referred
to as the mass-disordered alloy, where mass disorder is fully accounted
for, while chemical disorder is neglected. If also the mass disorder is
disregarded, then one obtains the vibrational Virtual Crystal Approxima-
tion (vwCA). In this case,

1@y,
My @QROR

where My = XM ge+(1- X)M ;. While being a much cruder approxima-
tion [ 134, the vwCA can still provide valuable insights into the vibrational
properties of the system in the acoustic region, where neighboring Si and
Ge atoms vibrate in phase, and it is often the starting point for perturba-
tive treatments of mass disorder [ 97, 130, 133.

The evCA is assumed to be valid throughout this paper and it plays a
fundamental role in enabling the computation of second- and third-order
IFCs using ab initio methods such as Density Functional Perturbation The-
ory (DFPT) [146-14§. By neglecting chemical disorder, the IFC can be com-
puted ef ciently for the virtual crystal, fully leveraging the bene ts of
periodicity.

D)) (x) =

4.2.2 Raman spectroscopy

The reliability of the evca is tested by computing the nonresonant
Stokes Raman spectrum of Si. xGex alloys using the Placzek approxi-
mation [ 150. Raman spectroscopy is widely used to investigate the vi-
brational properties of materials, as the Raman shift between the inci-
dent and scattered light typically arises from the creation or annihilation
(Stokes and anti-Stokes Raman processes, respectively) of a vibrational
normal mode, coupled to the light via polarizability.

In harmonic solids, for given polarizations of the incident and scattered
light, e" and e°“t, respectively, the intensity of the peaks in the nonreso-
nant Stokes Raman spectrum is proportional to [ 151]:

X
ey T - g ipte D



70

spatially correlated alloys

Figure 4.1: Unpolarized Stokes Raman spectroscopy at room temperature for
different Germanium concentration X. Dashed lines: experimental
data from Ref. [149. Continuous lines: numerical Raman spectrum
computed as explained in the main text with smearing equal to
the experimental resolution = 5cm L. Vertical lines represent,
respectively, the experimental [149 pure Germanium and Silicon
bulk degenerate optic frequencies at q = (0,0,0), ! ge and ! ;.
To take into account the small discrepancies between the DFT fre-
quencies and the experimental ones 6 2%) of the pure systems

Gessi = ! geg - ! 21, the numerical spectra have been shifted
by (1)=; 2: ! ‘éee(! - ! Ge)+ e Picture drawn from Ref. [ 37]

where j i denotes the eigenvector of the system's dynamical matrix, com-
puted in the evCA, and is a vector de ned as:

1 X inout 0
| = pj e e | y
M,
with | as the atomic index, , , indicating Cartesian indices, and
? = %u. representing the derivative of the polarizability tensor

with respect to atomic displacement, i.e., the tensor of Raman coef -
cients [74, 151].

The above summation can be rewritten in terms of the vibrational spec-
tral function of the  vector:

IR(L )/ WS (1),

which can be computed similarly to the VDSF, thereby leveraging Hay-
dock's algorithm [ 73, 74].
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Under the evCA, the Raman tensor is periodic and can be easily com-
puted for the unit cell of the virtual crystal [ 74]. Finally, the unpolarized
Raman spectrum is obtained from the rotation invariants using the pow-
der formula [ 157, with a computational cost of a few polarized spectra.

To compare the experimental and numerical results, the spectrum is
computed with a smearing width of = 5cm’ 1, matching the experi-
mental resolution [ 149. The smearing due to anharmonic linewidths at
room temperature is neglected, as numerical veri cation has shown that
they are an order of magnitude smaller than the experimental resolution
in the selected frequency range [37]. Moreover, the line broadening is pre-
dominantly caused by mass disorder, which is explicitly accounted for in
the vDsF calculation.

The experimental phenomenology of Sii. xGex alloys has been exten-
sively studied [ 149 153 154. The Raman spectra of pure Si and Ge sys-
tems exhibit peaks corresponding to the degenerate optical frequencies at
the point of the Bz, located at 521cm™ ! and 300cm™ 1, respectively. For
intermediate concentrations, three main peaks are observed at approx-
imately 500cm 1, 400cm™ 1, and 300cm™ 1. These peaks are labeled as
Si- Si, Si- Ge, and Ge- Ge Raman peaks, as they correspond to those
found in bulk crystalline SiGe alloys with similar compositions [ 149. Ad-
ditionally, minor peaks between 400cm™ ! and 500cm™ 1 are commonly
observed in experiments.

It is worth noting that the vvCA approach would predict only a sin-
gle peak, corresponding to the optical frequency at the  point of the
concentration-dependent virtual crystal, thus failing to capture the sensi-
tivity of Raman spectroscopy to local atomic disorder [ 155. In contrast,
the evCA calculations are qualitatively superior, as they accurately predict
the positions of both the major and minor peaks observed experimentally.
However, the experimental Ge peak appears sharper than the simulated
one. This discrepancy could be attributed to several factors, including
possible frequency-dependent variations in experimental resolution [ 156
157 and the chemical bonding differences between Si and Ge sites, which
are not accounted for under the evCA assumptions.

4.2.3 Scattering by mass disorder

In order to rationalize the effect of disorder on the vibrational proper-
ties of the Siy. xGey alloy, it is crucial to understand how mass disorder
affects the normal modes in different frequency ranges.

Indeed, in the acoustic frequency range, there is a strong resemblance
between the normal modes of the virtual crystal and those of the (mass)
disordered alloy. However, the similarities disappear in the optic fre-
guency range, as hinted by the Raman calculations. To qualitatively char-
acterize this similarity, and its breakdown, Fig. 4.2 shows the spectral
function of the virtual crystal eigenvectors in the harmonic approxima-
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tion and the Inverse Participation Ratio ( IPR) [65], respectively in the right
and left panel. The former is de ned as

X
Sys(! ) = Ii!mo 1 TR (T )zjh jasij?, (4.1)

where h jgsi is the scalar product between a vwwCA normal mode eigen-
vector and an evCA one. This spectral function reduces to the vDSF when
the acoustic bands areb = L, T4, T, are considered, with the difference
that jgsi are exactly orthonormal vectors, not only in the long-wavelength
limit as for glasses. The IPR is de ned as [ 65]:

P P
1 (g )P

) (e )2

where e, is the component of the -th vibrational eigenvector on the
I-th atom in Cartesian direction . As observed in the spectral function,
the vwcCA cannot predict the splitting of the optical bands into Si-Si, Si-
Ge, and Ge-Ge-related modes [L55. Moreover, a signi cative difference
between evCA and vwCA is indicated by the IPR, which is a measure of
localization and ranges from 1=Ngoms O (fully delocalized modes) to
1 (fully localized). The IPR shows that optical modes undergo substantial
localization that cannot be captured in the vwCA approach, in which the
normal modes are crystalline, hence fully delocalized.

4.2)

4.3 thermal conductivity of sige alloys

Given the similarity between the separation of glasses into propagating
and not-propagating modes, hydrodynamic extrapolation is also applied
to this case. For isotropic thermal conductivity, the hydrodynamic extrap-
olation is expressed as [35):

hydo = P+t D 4.3
S VI S (4.4)
P= 50 blVagb)"5— ( P- ! gb .
3V PR 2 4 a
- ix (! lp) (! l p)C v i2 (4.5)
D= 3V : LA =] 0= 1 p 0 0 0, .

0

where qp are extracted by the vDSF, computed with Haydock's algo-
rithm [ 73, 74], and p differs from Eqg. (3.10) just for the use of the
vWCA crystalline group velocity for the acoustic bands. The acoustic at-
tenuation coef cients, 4, are computed using Matthiessen's rule [ 1064,
ab = gp+ qb.Where gp accounts for third-order anharmonic scatter-
ing affecting the vwCA acoustic vibrations. The use of vwCA anharmonic
linewidths has been extended to the diffusive contribution, as numerical
veri cation has shown that the difference between vvCA and evCA anhar-
monic linewidths has a negligible impact on the overall thermal conduc-
tivity [ 37]. The propagon contribution is then computed on a dense grid
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Figure 4.2: Left panel: Inverse participation ratio of the normal modes of a disor-
dered Si-Ge alloy containing  12000atoms at mixing ratio of x = 0.5.
Right panel: Spectral function Sys(! ) (Eq. 4.1) of the same system
shown as a colormap, along with the phonon band dispersion (blue)
of a virtual crystal of size equivalent to 45000atoms at x = 0.5
overlaid. The spectral function is computed in the harmonic approx-
imation with an arti cial smearing = 0.5rad ps” ! and its intensity
is expressed in arbitrary units. Spikes in 1=p are observed in the opti-
cal frequency range, corresponding to regions where the differences
between the vwca dispersion and the vDsF are more pronounced. Fig-
ure drawn from Ref. [ 37].

of wavevectors in the Bz, commonly referred to as a g-mesh, and it can be
easily extrapolated to the bulk limit, resulting in the inclusion of a Debye-
like term in the thermal conductivity [ 25, 35|, Eq. (3.11). The diffusive
thermal conductivity, p, which has been tested to be to a large extent
size-insensitive (see Fig. D3 in App. D. 2), is computed using the normal
modes of a disordered sample of nite size.

For the uncorrelated case, this approach is tested against the standard
approach [97]. For the spatially correlated case, | rely only on the hy-
drodynamic extrapolation, since a perturbative treatment in the presence
of spatial correlations would require further theoretical and numerical
effort.

The standard approach for an uncorrelated alloy involves a perturba-
tive treatment of disorder [ 97], which has successfully reproduced exper-
imental measurements [97, 130, 133. The phonon frequencies and veloci-
ties of the virtual crystal are used in the BTE-RTA:

BTE-RTA 1 X
= w Cququqs gs: (46)

gs
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where the effect of disorder scattering is accounted for in the lifetimes
through Matthiessen's rule [ 106]: g = ( a1+ ( £9) . The mass dis-
order linewidth ~ ° can be computed perturbatively with FGR, yielding
to Tamura's formula for perturbative isotopic scattering [ 158§, which for

a (virtual) crystal with only one chemical element reads:

1
Tiso 592! ﬁs (! gs) (4.7)
gs

=2 (4.8)

Here, is the vibrational density of states normalized to unity, and g5 is
a measure of mass variance, given by:

r>Q/pes i 5

g2 = fi 1-m ,

3

[
involving mass ( m; ) and concentration (f; ) of the ith among nyypes Species,
and their average mass,m.

4.3.1 White disorder

As previously mentioned, the bulk lattice thermal conductivity of the
uncorrelated alloys is computed using the hydrodynamic extrapolation
of QHGK and the standard perturbative approach, Fig. 4.3.

As observed in Ref. [133 and Fig. 4.3, even with a typically dense
g-mesh with a spacing between Bz points of 0.07A- 1, i.e.a30 30 30
mesh, nite-size effects can reduce the bulk thermal conductivity at room
temperature by up to 40%. While nite-size effects for the QHGK are
tackled by hydrodynamic extrapolation, also the BTE-RTA results must
be extrapolated to the in nite-size limit, in order to obtain a fair com-
parison. For the latter, the "hydrodynamic extrapolation" simply con-
sists of including the Debye contribution on top of the results obtained
with a dense g-mesh. To perform the extrapolation, in the limit of van-
ishing frequencies, we t the anharmonic contribution to the sound at-
tenuation coef cient with a temperature-dependent quadratic term and
the disorder contribution with a quartic Rayleigh-like one, resulting in

(! )= a(T)! 2+ b! 4 [35 104. In addition to the mass disorder due
to alloying, we include isotopic scattering computed due to the actual
isotopic composition of Si and Ge with Eq. 4.7 for both the QHGK and
BTE-RTA methods. Unsurprisingly, since the mass difference between Si
and Ge is much larger than the mass differences among their correspond-
ing isotopes, isotopic effects are impactful only for the pure systems,
while for the intermediate concentrations the linewidth due to alloying is
on average two to three orders of magnitudes larger.

The computed bulk thermal conductivity is shown in Fig. 4.3 as a func-
tion of the concentration of Ge (upper panel) and of the temperature
(lower panel). At xed temperature, both methods exhibit a distinctive
U-shape, typical of both crystalline [ 97, 159 and amorphous [ 114, 16Q
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Figure 4.3: Upper panel: bulk thermal conductivity at room temperature as
a function of Germanium concentration, computed with both the
BTE-RTA and QHGK methods and compared to experimental re-
sults [127]. The BTE-RTA results are also shown for a dense g-mesh
[28, 28, 28] (dashed line) to stress the importance of nite-size effects.
Lower panel: bulk thermal conductivity as a function of temperature
and concentration. The continuous lines are QHGK results, while the
triangles of the same color are the corresponding BTE-RTA ones. Figure
drawn from Ref. [ 37].
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alloys, with a minimum around x  0.5. Notably, the results from both
methods are nearly equivalent, with a relative difference within  10%. Both
methods reproduce well the experimental data at room temperature [ 127].
However, there is signi cant variance in experimental results, e.g., for
T= 300K and x = 0.5, can vary between 6 and 11Wm~ K- 1 [127, 128
159. This variance suggests some caution in the comparison with exper-
iments and underscores the importance of accurately characterizing the
disorder. In fact, according to Ref. [ 127], the process employed to grow the
alloy and the resulting disorder is the most likely cause of such variance.

The success of the perturbative approach in reproducing the QHGK re-
sult, despite overlooking the diffusive contribution and misrepresenting
the optical phonons dispersion, can be attributed to the dominant role
of acoustic phonons, for which a perturbative treatment is reasonable. In-
deed, according to Ref. [97], at room temperature and x = 0.5, phonons
with a frequency below 2THz contribute 88% of the total thermal conduc-
tivity. The lack of a diffusive interband contribution in the  BTE-RTA would
seem to imply that this method poses a lower bound to the QHGK results
if harmonic scattering were exactly accounted for. Indeed, in the lower
panel of Fig. 4.8 it can be observed that BTE-RTA has a smaller contribu-
tion to thermal conductivity due to modes in the optic frequency range.
Instead, QHCGK < BTERTA gt low Ge concentrations, highlighting the im-
portance of a non-perturbative account of mass-disorder scattering. As
shown in Fig. 4.4, and in agreement with the molecular dynamics results
of Ref. [161], even for acoustic modes below 3THz, linewidths from ex-
act mass-disorder scattering can signi cantly differ, both positively and
negatively, from the perturbative treatment of Eq. 4.7 [158. However, it is
somewhat surprising that such corrections to Tamura's formula are more
pronounced for dilute concentrations ( x = 0.1, 0.9|2> than for x = 0.5. A
rationale can be found in the prefactor - gz = - inty"esfi 1- B % in
the third order correction to Eq. 4.7 [15§], where for x = 0.1,0.5,0.9, the
values for - g3z are approximately 0.2,0,- 0.02, respectively, which agree
with the observations in Fig. 4.4.

4,3.2 Colored disorder

In the pursuit of reducing the predominant contribution of acous-
tic modes and lowering in SiGe thermoelectrics, several approaches
have been proposed to enhance acoustic phonon scattering. From
concentration graded superlattices [142, 143 to nanopores [163 and
nanograins [108 138 140, 164-16€, the overarching idea is to intro-
duce disorder-induced scattering of large-wavelength acoustic vibrations,
which would otherwise propagate almost as in a homogeneous medium.
Quantitatively, the main limitation in reducing the acoustic contribution
through harmonic disorder is represented by Rayleigh's ! 4 scattering.
Indeed, a Rayleigh-like scattering is not suf cient alone to guarantee a
nite bulk thermal conductivity in a glass, as mentioned in the previous
chapter [25], or even mass-disordered harmonic crystal [ 167).
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Figure 4.4: Ratio between the mass disorder linewidth computed from the non-
perturbative and perturbative approaches, respectively Eq. 3.1-4.7.
The error bars are the standard deviation over 4 samples of N
45000atoms. Figure drawn from Ref. [ 37].

Figure 4.5: Section of a Sj 5Gep 5 alloy model with 65000atoms with uncor-
related (left) and correlated (right) mass disorder. The red and blue
dots are respectively Si and Ge atoms. The correlated case is obtained
with a Gaussian spatial correlation with = 1 as explained in the
main text. Figure drawn from Ref. [ 37].

Under very general assumptions, disorder scattering in harmonic
solids follows Rayleigh's scaling in the hydrodynamic limit [ 80]. Yet,
the spatial correlations of elastic deformations can lead to nontrivial be-
havior. Essentially, as long as their correlation length is nite, acoustic
vibrations with wavelengths larger than the correlation length scatter
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